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Dan J. Thoma 
 

Work Address  
University of Wisconsin - Madison  
1509 University Ave. / Madison, WI 53706    
(608) 262-3751, dthoma@wisc.edu 

 

Education 
University of Wisconsin-Madison, Madison, Wisconsin. 

Ph.D. in Metallurgical Engineering, Minor in Chemistry (May of 1992).  
Master of Science in Metallurgical Engineering (August of 1988). 

University of Cincinnati, Cincinnati, Ohio. 
Bachelor of Science in Metallurgical Engineering, summa cum laude (June of 1986). 

 

Professional Experience 
2015-present: University of Wisconsin-Madison 

2022-present: Spangler Professor in Department of Materials Science and Engineering. 
Affiliate Professor, Departments of Engineering Physics and Mechanical Engineering. 

2015-2022: Grainger Professor in the Department of Materials Science and Engineering. 
Inaugural Director, Grainger Institute for Engineering, College of Engineering. 
Affiliate Professor, Departments of Engineering Physics and Mechanical Engineering. 

 

1992-2015:  Los Alamos National Laboratory, Los Alamos, New Mexico 
2013-2015: Deputy Division Leader – Materials Science and Technology  

250 person division with an annual operating budget of $90M.  Oversee facilities, 
operations, budgets, and programs. 

2005-2013: Director and Adjunct Professor – Materials Design Institute  
a collaborative educational research program with the University of California, 
Davis, College of Engineering. 

2003-2005: Associate Directorate for Weapons Engineering and Manufacturing 
(ADWEM) Science Advisor  
assisted Associate Director on materials/manufacturing programs, LANL Chair of 
the Materials Science and Engineering Council. 

1997-2003: MST-6 Project Leader and Team Leader: Alloy Design and Development 
originated, grew, and led a twelve person team with an annual budget of $4M-$5M.  

1994-1997:  MST-6 Technical Staff Member  
physical metallurgy of uranium and beryllium 

 1992-1993:   Postdoctoral Fellow  
metastable equilibria synthesis and characterization 

 

Entrepeneurial Activities 
2009-present:  Dan Thoma, LLC - Consulting 
2021-2023:  Dastan Inc. - Co-Founder and Advisory Board Member 
 

Honors and Awards 
Vilas Associate Award (2023) 
WARF Innovator Award Finalist (2023) 
Harvey D. Spangler Professor of Engineering (2022-2027) 
AIME Honorary Member Award (2021) 
TMS Fellow (2019) 
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Chaired Professor – Director of Grainger Institute for Engineering, University of 
Wisconsin-Madison (2015-2022) 

AIME Distinguished Service Award (2011) 
University of Wisconsin-Madison College of Engineering Distinguished Achievement Award 

(2010)  
Fellow of ASM International (2008) 
Adjunct Faculty, Department of Chemical Engineering and Materials Science, University of 

California, Davis (2008)  
Los Alamos National Laboratory’s Fellows Prize for Leadership (2007) 
The Minerals, Metals, Materials Society (TMS) Distinguished Service Award (2007)  
NRC Committee Member on New Materials Synthesis and Crystal Growth (2007-2008) 
US Chair for a Joint Working Group (JOWOG 22 -Nuclear Materials) with the United 

Kingdom (2003-2007)  
Founding Editor of TMS Letters (2004-2006) – an electronic journal  
Editorial Board for the Science Journal Intermetallics (2000 - 2006)  
Defense Programs Award for Excellence (2000, 2003) 
Distinguished Performance Award (1997) – Target Fabrication and Development Team  
Los Alamos National Laboratory Outstanding Performance Award (1996) 
Los Alamos National Laboratory Director’s Funded Postdoctoral Fellowship [50%] (1992)  
Alpha Sigma Mu (1986) 
NASA Special Achievement Award for Outstanding Service (1984) 
 

Elected Representations in Professional/Technical Societies (not inclusive list) 
Trustee, The Minerals, Metals, and Materials Society (TMS) Foundation Board (2020-2024) 
TMS Nominating Committee (2023-2025) 
TMS Fellows Award Committee (2020-2023) {Chair 2022-2023} 
TMS Honors and Awards Committee (2022-2023) 
ASM International Technical Committees and Academic Engagement (TCAE) Board Task 

Force (2021-present) 
ASM International Distinguished Life Membership Award (2018-2020) Chair (2020) 
ASM International Medal for Advancement of Research Award (2018-2020) Chair (2020) 
ASM International Historic Landmark Award (2013-2016) Chair (2016) 
Trustee, United Engineering Foundation (UEF) Board of Trustees (2008-2011) 
President, American Institute of Mining, Metallurgical, and Petroleum Engineers (AIME) 

(2007-2008), includes Executive Committee Member of Board (2005-2009) 
President of the Federation of Materials Society (FMS) (2009-2010) 
Federation of Materials Society (FMS) Revitalization Task Force Leader (2006-2007) 
President of The Minerals, Metals, and Materials Society (TMS) (2003), includes Executive 

Committee Member of Board (2002-2005) 
AIME Board of Trustees (2003-2005) 
Programming Director for TMS (served on Board of Directors 1997-2002) 
Chair and Vice-Chair of the Solidification Committee of TMS (1997-2002) 

 
Current Membership in National Technical/Functional Committees 

TMS Additive Manufacturing Committee (2016-present)  
TMS/ASM Phase Transformation Committee (1998-present)  
TMS Nuclear Materials Committee (1999-present) 
TMS Solidification Committee (1987-present) 
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Advisory Boards (not a complete list) 
NASA STRI External Advisory Board at CMU (2023-Present) 
Michigan Technological University External Advisory Board Chair (2023-Present) 
NASA University Leadership Initiative External Advisory Board (2019-2023) 
DOE eXtremeMAT Technical Advisory Board (2019-present) 
AIME Council of Excellence (2017-2019) Chair (2018-2019) 
Argonne National Laboratory Manufacturing Sciences Initiative Review (2018-2020) 
HC Starck Strategic Advisory Council (2009-2022) 
University of California, Irvine Institute for Design and Manufacturing Innovation Advisory 

Board (2016-2020) 
University of California, Davis National Laboratory Advisory Board (2005-2010)  
California Polytechnic University, Department of Materials Engineering External Advisory 

Board (2006-2010) 
 

Meetings/Conferences Organized (past 10 years) 
International Advisory Committee, PRICM 12, Australia (2026) 
Organizer for UW/LANL Advanced Manufacturing Workshop, Virtual, (2024) 
International Advisory Committee, PRICM 11, South Korea (2023) 
Organizer for Autonmous Materials Research & Development Workshop, Denver, CO (2022) 
Organizer for PRICM 10, Xian, China (2019) 
Organizer for Methods for Characterizing Defects in Advanced Manufacturing Processes at 

Cornell University (2019) 
Organizer for International Conference on Plasticity, Damage & Fracture, Panama (2019) 
Organizer for UEF Infrastructure Resiliency (1 workshop in 2018, conference in 2019) 
Organizer for UW-Madison Additive Manufacturing Workshop (2019) 
Organizer for Advanced Die-casting Initiative Workshop (2018) 
Organizer for Forum for Manufacturers in Neenah, WI (2018) 
Organizer for PRICM 9, Kyoto, Japan (2016) 
Organizer for Los Alamos Workshop On Additive Manufacturing (2015) 
 

Publications and Presentations 
206 Technical Publications (7982 citations, h-index: 44 as of September, 2026) 
116 Invited National/International Presentations 
235 Contributed Technical Presentations 
8 Patent Applications; 4 Patents 
 

Students 
Los Alamos National Laboratory 
 Mentored/advised 9 Post-docs, 6 PhD Students, 1 MS student, 7 undergraduates 
University of Wisconsin-Madison 
Mentored/advised 5 scientists, 7 Post-docs, 10 PhD Students (8 additional shared),  
3 MS student, 17 undergraduate students 
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Students (details) 
 

Los Alamos National Laboratory 
Post-docs Graduate Students Undergraduate students 
Elliot Schwartz Matthew Willard Daniel Bender 
David Teter Thomas Slankard Elizabeth Perepezko 
Robert Hanrahan, Jr Scott Dillard Michelle Crown  
Katherine Chen Daniel Worthington Kevin Nibur 
Robert Hackenberg Christine Tower Alyssa Maich 
Fuming Chu Daniel Walker Day Frostensen 
Paul Kotula Phillip Van Stockum Veronica Raffensparger 
Michael Steinzig   
Michael Manley   

 
University of Wisconsin-Madison 

Post-docs Graduate Students Undergraduate students 
William Aquite Janine Erickson Bailey Kuehl 
David Gross Michael Niezgoda Max Roth 
Kaila Bertsch Michael Moorehead Manthra Venkatakrishnan 
Gabriel Meric de Bellefon 
Zahabul Islam 
Lizeth Ortiz 

   Janith Wanni 
 

Buzz Rankouhi 
Alec Mangan 
Marcus Jackson 

   Subodh Subedi 
Max Brown 

Baily Syring 
Tory Wendlandt 
Nicholas Krienke 
Vincent Pergrossi 
Corbin Hodgeman 

Scientists 
Mythili Thevamaran  
Celal Kursun 
Phalgun Nelaturu 
Buzz Rankouhi 
Nafis Ul Haque 
 

Ankur Agrawal 
Aishwarya Deshpande 
Rogelio Herrera 
Brodan Richter 
Megan Sindelar 
Will Kunkel 
Caleb Hatler 
Matthew Vigil 
Charlie Adkins 
Teagan Reidel 
Ashot Tumaghyan 
Elizabeth Barr 
Curtis Duffie 

Scott Russell 
Zachary Persha 
Charles Wood 
Leah Rietz 
Josh Baston 
Logan Ertl 
Lance Luong 
Allie Daniels 
Jacklyn Warber 

 
 
Italicized students were shared with another faculty advisor.
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Dan Thoma, Harvey D. Spangler Professor of Engineering  
Dr. Thoma joined the University of Wisconsin-Madison as the inaugural Director of the Grainger Institute 
for Engineering (GIE). The GIE was an accelerator within the College of Engineering to mature scientific 
and technical areas with significant societal impact. Currently, he is a professor in the Department of 
Materials Science and Engineering. Prior to UW, he was the Deputy Division Leader for the Materials 
Science and Technology (MST) Division at Los Alamos National Laboratory (LANL). This division 
focused on advanced manufacturing and novel materials research. His technical efforts have been devoted 
to new manufacturing methods and materials by design, with a particular focus on property response as a 
function of microstructural evolution during phase transformations. Dr. Thoma has been active within 
materials professional societies, where he was the president of The Minerals, Metals, Materials Society 
(TMS) in 2003, the American Institute of Mining, Metallurgical, and Petroleum Engineers (AIME) in 2008, 
and the Federation of Materials Societies (FMS) in 2009-2010. His expertise in materials and manufacturing 
was recognized in 2008 by being elected as a Fellow of ASM International. In 2019, he was elected Fellow 
of TMS. Dr. Thoma was awarded the AIME Honorary Member recognition in 2021, the highest award from 
the 150+ year old Founder Engineering Society. 
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Dan Thoma External Service Activity 
 

AIME – American Institute of Mineral, Metallurgical, and Petroleum Engineers 
AIME Council of Excellence (2017-2020),  

  Chair, (2018-2020) 
AIME Board of Trustees (2003-2009) 

TMS Representative to Board of Trustees (2003-2005) 
Presidential Cycle (2005-2009) 
President (2007-2008) 

Representative to Founder Societies ad hoc committee on Engineering Grand Challenges (2007-
2009) 

 

ASM – American Society for Metals 
ASM International Technical Committees and Academic Engagement (TCAE) Board Task   

Force (2021-2023) 
ASM International Medal for the Advancement of Research Committee (2018-2020) 
 Chair (2019, 2020) 
ASM International Distinguished Life Member Committee (2018-2020) 
 Chair (2019, 2020) 
ASM International Historical Landmark Committee (2013-2017), Chair (2016, 2017) 
ASM International Ray Putnam (2016-2019), Chair (2019) 
ASM/TMS Student Design Competition (2015) 
ASM International Fellows Committee (2009-2011) 
 

UEF – United Engineering Foundation 
Board Member of United Engineering Foundation representing AIME (2008-2011) 

 

TMS – The Minerals, Metals, and Materials Society 
TMS Technical Committees  
Additive Manufacturing Committee (2016-present) 
Solidification Committee (1987-present) 
Phase Transformation Committee (1998-present)  
Nuclear Materials Committee (1999-present) 
Powder Materials Committee (1995-2000) 

 

TMS Functional/Administrative Activities  
TMS Nominating Committee (2023-2026) 
TMS Foundation Board of Trustees (2021-2024) 
TMS Fellows Award Committee (2020-2023) {Chair 2022-2023} 
Education Committee (1993-1994, 2005-2007) 
Programming Committee (1994-2007)  
Information Technology Committee (2005-2007) 
Public and Government Affairs Committee (2002-2009) 
MPMD Council (1993-2002, 2005-2007) 

Education Committee Representative (1993-1994)  
Program Committee Representative (1994-1997)  
Solidification Committee Chair/Vice Chair (1997-2002) 
Education Committee Representative (2005-2007) 

SMD Council (2005-2007) 
Information Technology Committee (2005-2007) 
Distinguished Service Award Committee (2006-2007) 
Distinguished Scientist Award Committee (2006-2007)  
SMD Undergraduate Award Committee (2005-2007) 
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TMS Board of Directors (1997-2005) 
Programming Director (1997-2002) 
Presidential Cycle/Executive Committee (2002-2005) 
President (2003) 

 
FMS – Federation of Materials Societies 
FMS Board of Trustees (2007-2011)  Revitalization Task Force Leader (2006-2008)  

President (2009-2010) 
NRC - National Research Council (part of the National Academies) 
New Materials Synthesis and Crystal Growth Committee (2007-2009) 

 

Advisory Boards 
NASA Space Technology Research Institute  External Advisory Board (2023-present) 
Michigan Technological University External Advisory Board {chair} (2023-present) 
NASA University Leadership Initiative External Advisory Board (2019-2023) 
DOE-FE eXtreme environment MATerials (XMAT) National Laboratory Consortium Technical  

Advisory Board (2019-present) 
Argonne National Laboratory Manufacturing Sciences Initiative Review (2018-2019) 
HC Starck Strategic Advisory Council (2009-2022) 
University of California, Irvine Institute for Design and Manufacturing Innovation 

 Advisory Board (2016-2020) 
University of California, Davis National Laboratory Advisory Board (2005-2010)  
California Polytechnic University, Department of Materials Engineering External 

Advisory Board (2006-2010) 
TMS Materials for Nuclear Power Advisory Group (2006) 
Multiple Member and Student Awards Committees for TMS and ASM (2002-present) 
 

Editorial 
Founding Editor of TMS Letters (2004-2006) – an electronic journal 
Editorial Board for the Science Journal Intermetallics (2000 - 2006) 
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Dan Thoma Internal University Service 
 
Department 

Sebastian Kube Mentor Committee, chair (2024-present) 
Multiple Annual Tenure Review Committees (2022-present) 
Hyunseok Oh Mentor Committee (2022-present) 
Graduate Governance Committee (2017-2022) 
MSE Awards Committee, chair (2021-present)  
MSE Merit Review (2022) 
Faculty Search – Autonomous (2022) 
MSE Exec Advisory Board (2020) 
MSE Faculty Search: Alloys in Extreme Environments (2019) 
MSE Faculty Search: Alloys for Extreme Environments (2018) 
John H Perepezko Alumni Reunion and Scholarship Fund organizer (2018) 
Faculty Affairs Committee (2017-2018) 
Diversity Committee (2017-2018) 
Materials Science and Engineering Finance and Strategic Planning Committee, chair (2017) 
MSE Award Review Committee (2016) 

 
College 

Inaugural Director, Grainger Institute for Engineering (2015-2022) 
Liaison for WiscPartner and UW-Madison Consulting Program (2021-2022) 
Chair, Beryllium Safety Committee investigation (2019) 
Early Career Faculty Research Seminars and Reception (2017-2020) 
Early Career Faculty Mentorship Meetings (2017-2020) 
Chair, Beryllium safety committee investigation (2019) 
Energy and Manufacturing Competitiveness Partnership Advisory Committee delegate (2016) 

 
University 

Faculty Senate (2022-present) 
Chancellor’s delegate to National Competitiveness Forum, Council on Competitiveness, 

Washington DC  (2017-2018, 2021-2022) 
UW2020 Proposal Review Committee (2016, 2020) 
Search Committee for Assistant Vice Chancellor for Industry Sponsored Research (2019-2020) 
Chancellor’s Lead of Special Committee on Foxconn Partnership (2018) 
Wisconsin Energy Institute Review Committee (2016) 
Third Way Task Force (2016) 
UW Internal Review: NSF calls on Scalable Nanomanufacturing (2015) 

 
Diversity 

Grainger Institute Postdoc Program (College 2021-2022) 
3D tactical building proposal for vision impaired (University 2021-2022) 
MSE Diversity Committee (Department 2017, 2018) 
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Publications 

 
1. "Interaction of High-Cycle and Low-Cycle Fatigue of Haynes 188 Alloy at 1400°F" 

P.T. Bizon, D.J. Thoma, and G.R. Halford 
in Structural Integrity and Durability of Reusable Space Propulsion Systems, NASA 
Conference Proceedings Publication 2381, Cleveland, OH, 129-138, (1985). 

 
2. "Effects of Process Parameters on Melt-Spun Ag-Cu" 

D.J. Thoma, T.K. Glasgow, S.N. Tewari, J.H. Perepezko, and N. Jayaraman 
Mater. Sci. & Eng. A, 98, 89-93, (1988). 

 
3. "Solidification Processing of NbCr2 Alloys" 

D.J. Thoma and J.H. Perepezko 
Mat. Res. Soc. Symp. Proc., 194, 105-112, (1990). 

 
4. "Microstructural Transitions During Containerless Processing of Undercooled Fe-Ni 

Alloys" 
D.J. Thoma and J.H. Perepezko 
Metall. Trans. A, 24 #4, 1347-1362, (1992). 

 
5. "An Experimental Evaluation of the Phase Relationships and Solubilities in the Nb-Cr 

System" 
D.J. Thoma and J.H. Perepezko 
Mater. Sci. & Eng. A, 156, 97-108, (1992). 

 
6. “A Tri-Junction Diffusion Couple Analysis of the Nb-Cr-Ti System at 950°C” 

D.J. Thoma and J.H. Perepezko 
in Experimental Methods of Phase Diagram Determination, J.E. Morral, R.S. Schiffman, 
and S.M. Merchant, eds., (TMS, Warrendale, PA), 43-54, (1993). 

 
7. "Supersaturation of the Al2Y Laves Phase by Rapid Solidification" 

J.C. Foley, D.J. Thoma, and J.H. Perepezko 
Metall. Trans. A, 25, 230-234, (1994). 

 
8. “Directed Light Fabrication” 

G.K. Lewis, R.B. Nemec, J. Milewski, D.J. Thoma, M. Barbe, and D. Cremers 
in ICALEO ‘94 Conference Proceedings, (LIA, Orlando, FL), 17-26, (1994). 

 

9. “Metastable BCC Phase Formation in the Nb-Cr System” 
D.J. Thoma, J.H. Perepezko, D.H. Plantz, and R.B. Schwarz 
Mater. Sci. & Eng. A, 179, 176-180, (1994). 
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10.  “Metastable BCC Phase Formation in the Nb-Cr-Ti 
System” D.J. Thoma and J.H. Perepezko 
Materials Science Forum, 179-181, 769-774, (1995). 

 
11. “Stacking Fault Energy of the Laves Phase Compound NbCr2” 

F. Chu, A.H. Ormeci, T.E. Mitchell, J.M. Wills, D.J. Thoma, R.C. Albers, and S.P. Chen 
Phil. Mag. Letters, 72 #3, 77-84, (1995). 

 
12. “Theoretical and Experimental Studies on the C15 Intermetallic Compound NbCr2” 

F. Chu, D.J. Thoma, Y. He, T.E. Mitchell, S.P. Chen, and J.H. Perepezko 
Mat. Res. Soc. Symp. Proc., 364, 1089-1094, (1995). 

 
13. "A Geometric Analysis of Solubility Ranges in Laves Phases" 

D.J. Thoma and J.H. Perepezko 
J. of Alloys and Compounds, 224, 330-341, (1995). 

 
14. “Elastic Constants of the C15 Laves Phase NbCr2” 

F. Chu, Y. He, D.J. Thoma and T.E. Mitchell 
Scripta Metall. et Mater, 33 #8, 1295-1300, (1995). 

 
15. “Solidification Behavior during Directed Light Fabrication” 

D.J. Thoma, G.K. Lewis, and R.B. Nemec 
in Beam Processing of Advanced Materials, J. Singh, ed. (ASM, Materials Park, OH), 247- 
253, (1996). 

 
16. “Directed Light Fabrication of Iron-Based Materials” 

D.J. Thoma, C. Charbon, G.K. Lewis, and R.B. Nemec 
Mat. Res. Soc.  Symp. Proc., 397, 341-346, (1996). 

 
17. “Microsegregation during Melt-Spinning of Dilute Palladium Alloys” 

D.J. Thoma, E.M. Schwartz, S.R. Bingert, D.R. Korzekwa, R.D. Field, and L.A. Jacobson 
in Melt-Spinning, Strip Casting and Slab Casting, E. Matthys, ed., (TMS, Warrendale, PA), 
173-184, (1996). 

 
18. “High Temperature Oxidation of Ni50(Al,Be)50” 

R.J. Hanrahan, D.P. Butt, K.C. Chen, T.N. Taylor C.J. Maggiore, and D.J. Thoma 
in Elevated Temperature Coatings: Science and Technology III, (TMS, Warrendale, PA) 
305-315 (1996). 

 
19. “Current Progress in NIF Target Concepts” 

P.L. Gobby, L.R. Foreman, D.J. Thoma, L.A. Jacobson, R.V. Hollis, J. Barrera, M.A. 
Mitchell, M.A. Salazar, L.J. Salzer, 
Proc. of the American Nuclear Society, (1996). 

 
20. “Surrogate Studies of the Pu-Be Reaction” 

R.J. Hanrahan, T.G. Zocco, D.J. Thoma, L.A. Jacobson, and J.L. Lowery 
in 20st Compatibility, Aging, and Stockpile Stewardship Conference, (Kansas City, MO) 
(1996). 
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21. “Directed Light Fabrication of Near-Net Shape Metal Components” 

G.K. Lewis, D.J. Thoma, R.B. Nemec, J.O. Milewski 
in Advances in Powder Metallurgy & Particulate Materials - 1996, (Metal Powder 
Industries Federation, Princeton, NJ) 15-65 to 15-76, (1996). 
 

22. “A Total-Energy Study of Electronic Structure and Mechanical Behavior of C15 Laves 
Phase Compounds: NbCr2 and HfV2” 
A.H. Ormeci, F. Chu, J.M. Wills, T.E. Mitchell, R.C. Albers, D.J. Thoma, and S.P. Chen 
Physical Review B, 54 #18, 12753 (1996). 

 
23. “Current Progress in NIF Target Concepts” 

P.L. Gobby, L.J. Salzer, M.A. Salazer, M.A. Mitchell, J. Barrera, R.V. Hollis, L.A. 
Jacobson, D.J. Thoma, L.R. Foreman 
Fusion Technology 30 #3, 534-538, (1996). 

 
24. “In-Situ Hydrogen Charging of Pd and Pd-Rh in the TEM” 

R.D. Field and D.J. Thoma 
Scripta Materialia, 37 #3, 347-353, (1997). 

 
25. P. G. Kotula, K. C. Chen, D. J. Thoma, F. Chu, and T. E. Mitchell, "Orientation 

Relationships in Nb-NbCr2", in Proc. of Microscopy and Microanalysis 1997, (Springer 
Press, San Francisco, CA), 707-708, (1997). 

 
26. “Hydrogen-Induced Phase Separation of Palladium-Rhodium Alloys Using an 

Environmental Cell TEM” 
D.F. Teter, D.J. Thoma, and R.D. Field 
in Proc. of Microscopy and Microanalysis 1997, (Springer Press, San Francisco, CA), 
(1997). 

 
27. “Directed Light Fabrication of Rhenium Components” 

J.O. Milewski, D.J. Thoma, and G.K. Lewis 
in Rhenium and Rhenium Alloys, ed. by B.D. Bryskin, (TMS, Warrendale, PA) 283-290 
(1997). 

 
28. “Phase Stability in Processing of High-Temperature Intermetallic Alloys” 

J.H. Perepezko, C.A. Nunes. S-H. Yi, and D.J. Thoma 
in High Temperature Ordered Intermetallic Alloys-VII, ed. by C. C. Koch, N. S. Stoloff, 
C. T. Liu, and A. Wanner, Mat. Res. Soc. Symp. Proc. 460, 3-14, (1997). 

 
29. "Comparison of NbCr2 and HfV2 Laves Phases" 

D. J. Thoma, F. Chu, J. M. Wills, and T. E. Mitchell 
in High Temperature Ordered Intermetallic Alloys-VII, ed. by C. C. Koch, N. S. Stoloff, C. 
T. Liu, and A. Wanner, Mat. Res. Soc. Symp. Proc. 460, 689-694, (1997). 
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30. "Site Occupancies of Alloying Additions in C15-Structured Laves Phase Materials" 

P. G. Kotula, I. M. Anderson, F. Chu, D. J. Thoma, J. Bentley, and T. E. Mitchell 
in High Temperature Ordered Intermetallic Alloys-VII, ed. by C. C. Koch, N. S. Stoloff, C. 
T. Liu, and A. Wanner, Mat. Res. Soc. Symp. Proc. 460, 617-622, (1997). 

 
31. "Elastic Constants of a Laves Phase Compound: C15 NbCr2" 

A.H. Ormeci, F. Chu, J. M. Wills, S. P. Chen, R. C. Albers, D. J. Thoma, and T. E. 
Mitchell 
in High Temperature Ordered Intermetallic Alloys-VII, ed. by C. C. Koch, N. S. Stoloff, C. 
T. Liu, and A. Wanner, Mat. Res. Soc. Symp. Proc. 460, 623-628, (1997). 
 

32. “Rapid Fabrication of Materials Using Directed Light Fabrication” 
D.J. Thoma, G.K. Lewis, J.O. Milewski, K.C. Chen and R.B. Nemec 
in Proc. of THERMEC ’97, T. Chandra and T. Saki, eds. (TMS, Warrendale, PA) 2295- 
2301, (1997). 

 
33. “Free-From Processing of Near-Net Shapes Using Directed Light Fabrication” 

D.J. Thoma, G.K. Lewis, J.O. Milewski, R.B. Nemec 
in Proc. of the 15th International Thermal Spray Conference (ASM International, Materials 
Park, OH) vol. 2, 1205-1210, (1997). 

 
34. “Free Form Fabrication of Metallic Components Using the Directed Light Fabrication 

Process” 
G.K. Lewis, J.O. Milewski, R.B. Nemec, and D.J. Thoma 
in Proc. of the 15th International Thermal Spray Conference (ASM International, Materials 
Park, OH) vol. 2, 1357-1362, (1997). 

 
35. “Environmental Cell Optical Microscopy of Hydrogen Reactions on the Surface of Alpha 

Uranium” 
R.J. Hanrahan and D.J. Thoma 
in 21st Compatibility, Aging, and Stockpile Stewardship Conference, (Sandia National 
Laboratory, Albuquerque, NM) VB-5 (1997). 

 
36. “Surrogate Studies of the Pu-Be Reaction II” 

R.J. Hanrahan, T.G. Zocco, D.J. Thoma, L.A. Jacobson, J.L. Lowery, R. Pereyra, 
in 21st Compatibility, Aging, and Stockpile Stewardship Conference, (Sandia National 
Laboratory, Albuquerque, NM) VB-6 (1997). 

 
37. “Directed Light Fabrication of Refractory Metals” 

G.K. Lewis, D.J. Thoma, R.B. Nemec, J.O. Milewski 
in 1997 International Conference on Powder Metallurgy and Particulate Materials, (1997). 

 

38. “Properties of Near-Net Shape Metallic Components Made by the Directed Light 
Fabrication Process” 
G.K. Lewis, J.O. Milewski, and D.J. Thoma 
in the Proc. of the Eighth Solid Freeform Fabrication Symposium, (1997). 
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39. “Directed Light Fabrication of Refractory Metals” 

G.K. Lewis, D.J. Thoma, R.B. Nemec, and J.O. Milewski 
Advances in Powder Metallurgy and Particulate Materials, 3, 21-43 to 21-49, (1997). 

 
40. "Elastic and Mechanical Properties of C15 Laves Phase Nb(Cr,V)2" 

D. J. Thoma, F. Chu, P. Peralta, P. G. Kotula, K. C. Chen, and T. E. Mitchell 
Mater. Sci. & Eng,. 239-240, 251-259, (1997). 

 
41. “Formation of a Metastable bcc Solid Solution and Decomposition to a C15 Laves Phase in 

Melt-Spun CrNb10Ti10” 
K.C. Chen, D.J. Thoma, P.G. Kotula, and F. Chu 
Mat. Res. Soc. Symp Proc. 481, 89-94, (1998). 

 
42. “Directed Light Fabrication of a Solid Metal Hemisphere Using 5-Axis Powder 

Deposition” 
J.O. Milewski, G.K. Lewis, D.J. Thoma, G.I. Keel, R.B. Nemec, and R.A. Reinert 
Journal of Materials Processing Technology, 75 #1-3, 165-172, (1998). 
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203. “Thermomechanical Theory of Large Deformation Plasticity Representing Tantalum and a  
Quenched and Tempered Low-Carbon Steel” 
Raymond Rasmussen, Charles Adkins, Stephen Yang, Lavanya Raman, Daniyar Syrlvayev,  
Janith Wanni, Jack D Borg, John P Borg, Ramathasan Thevamaran, Dan J Thoma,  
Christian Spencer-Coker, Curt A Bronkhorst 
International Journal of Plasticity, 104773 (2026).  

 
204. “SPLIT-PINN: Separable Probability Learning Technique via Physics-Informed Neural  

Networks for High-Dimensional Probabilistic Modeling” 
 Pouria Behnoudfar, Deekshith Naidu Ponnana, Noah J Schmelzer, Janith Wanni, George T  
GrayIII, Dan J Thoma, Curt A Bronkhorst, Nan Chen, Wenxiao Pan 
Journal of the Mechanics and Physics of Solids, 106777 (2026).  

 
205. “Deformation of Quenched and Tempered Low-Carbon Steel: Part I, Quasi-Static Behavior” 

Janith Wanni, Charlie Adkins, Raymand Rasmussen, Muthanna Kareem, Bjørn Clausen,  
Alex Kvit, Tao Ma, Dan K Schreiber, Kayla H Yano, Osman El Atwani, Marko Knezevic,  
Curt A Bronkhorst, Dan J Thoma 
Metallurgical and Materials Transactions A, 1-23 (2026). 
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Relevant Internal Publications 
"Metallurgical Investigation of TF-34 Compressor Failure" 
P.S. Bizon and D.J. Thoma 
NASA Internal Report, (1983). 
{Received NASA Special Achievement Award} 

 
“Age Hardening of U-6%Nb: Kinetic Analysis of Existing Heat Treatment Data and Prediction 
of Property Changes During Long-Term Storage” 
K.H. Eckelmeyer and D. J. Thoma 
Los Alamos Internal Report [LAUR 02-7188] (2002) 

 
“U-Nb Aging Final Report” 
R.E. Hackenberg, D.W. Brown, A.J. Clarke, L.B. Dauelsberg, R.D. Field, W.L. Hults, 
A.M. Kelly, M.F. Lopez, D.F. Teter, D.J. Thoma, T.J. Tucker, C.J. Vigil, H.M. Volz 
Los Alamos Internal Report [LAUR 07-14327] (2007). 
{An Enhanced Surveillance Final Treatise on a program developed by D.J. Thoma}  

Theses 
D.J. Thoma, "Structural Evolutions in the Drop Tube Processing of Fe-Ni Alloys", Master's 
Thesis, Univ. of Wisconsin, (1988). 

 
D.J. Thoma, "Microstructural Development in NbCr2-Based Alloys", Ph.D. Thesis, Univ. of 
Wisconsin, (1992). 

 
Patents 

1. “Production of High Strength, High Conductance Materials” M.A. Hill, J.F. Bingert, S.A. 
Bingert, and D.J. Thoma Disclosure 84912, Nov. 30, 1995. 

2. “Hydrostatic Extrusion of Cu-Ag Melt-Spun Ribbon” M.A. Hill, D.J. Thoma, S.A. Bingert, 
and J.F. Bingert Patent No. US 5,802,708/A/; Priority No.: US Patent Application 8-657- 
860; Assignee: Univ. of California, Oakland, CA : Date Filed: 30 May1996. 

3. “Nickel-Aluminum-Beryllium Alloys” R.J. Hanrahan, D.J. Thoma, and L.A. Jacobson 
Disclosure 87240, Feb. 26, 1997. 

4. "Super-Flexible Steel" J. C. Lashley and D. J. Thoma (S-133,290 ; 8472-95159-01) Date 
Filed: 15 September, 2015. 

5. “Process for High-Throughput Synthesis of Bulk Concentrated Alloys via in situ 
Alloying of Elemental Powders Using Additive Manufacturing,” D.J. Thoma, A. Couet, 
M. Moorehead (P190265). Date Filed: 17 May, 2019. 

6. “Method for Laser-based Additive Manufacturing of Graded Interfacial Bond in 
Heterogenous Materials,” S.B. Rankouhi, S. Jahani, G. Meric de Bellefon, D.J. Thoma, 
F.E. Pfefferkorn (P190301). Date Filed: 13 May, 2019. 

7. “A Machine-Learning Algorithm for Predicing Process Parameters in Additive 
Manufacturing of Graded Interfacial Bonds in Heterogeneous Materials,” S.B. Rankouhi, 
S. Jahani, D.J. Thoma, F.E. Pfefferkorn (P200171). Date Filed: 22 January, 2020. 

8. “Alloy Formation by Reactive Synthesis during Additive Manufacturing,” D.J. Thoma, J.H. 
Perepezko, Z. Islam (P210326). Date Filed: 27 April, 2021. 
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9. “Systems and Methods for Controlling additive Manufacturing Systems,” B. Rankouhi, S. 
Jahani, D.J. Thoma, F. Pfefferkorn, US Patent 11,701,832 (2023) 

10. “Alloy and Composite Formation by Reactive Synthesis during Additive Manufacturing,” J.H. 
Perepezko, D.J. Thoma, MDZ Islam, L. Liu, US Patent App. 18/183466 (2023) 

11. “Chromium-Molybdenum-Alumium Alloys with Oxidation-Resistance Imparted by Thermal 
Pre-Treatment,” D.J. Thoma, M.C. Niezgoda, US Patent App. 18/342,081 (2023) 

12. “In situ Alloying”, MJ Moorehead, A Couet, DJ Thoma, US Patent 11,999,011 (2024). 

13. “Chromium-Molybdenum-Aluminum Alloys with Oxidation-Resistance Imparted by Thermal 
Pre-Treatment” D.J. Thoma, M. Niezgoda US Patent 12,618,126 (2026). 
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Presentations 
Invited 

1. D.J. Thoma, “Controlling Microstructural Development During Powder Processing Using Heat 
Flow Analysis,” Workshop on Modeling of the Formation and Evolution of Microstructures, 
Los Alamos, NM, August, 1993. 
 

2. S.P. Chen, F. Chu, A.H. Ormeci, D.J. Thoma, T.E. Mitchell, R.C. Albers, and J.Wills, 
“Theoretical and Experimental Studies of Laves Phase Compounds”, TMS/ASM Materials 
Week, Cleveland, OH, 1995. 
 

3. D.J. Thoma, “Near Net Shape Processing of Metal Powders Using Directed Light 
Fabrication” Seminar at the University of Cincinnati, Cincinnati, OH, January, 1996. 
 

4. D.J. Thoma and F. Chu, “Experimental and Theoretical Evaluations of Laves Phases” 
Workshop on High Temperature Materials Based on Laves Phases (in conjunction with DOE 
Tenth Annual Conference on Fossil Energy Materials), Knoxville, TN, May, 1996. 
 

5. D.J. Thoma, F. Chu, J.D. Livingston, C.T. Liu, D.P. Pope, and K.S. Kumar, “Laves Phase 
Superalloys?”, DOE Workshop on Intermetallic Alloys, Atlanta, GA, June, 1996. 
 

6. G.K. Lewis, D.J. Thoma, R.B. Nemec, J.O. Milewski, “Directed Light Fabrication of Near-
Net Shape Metal Components”, 1996 World Congress on Powder Metallurgy and 
Particulate Materials, Washington, D.C., June, 1996. 
 

7. D.J. Thoma, R.D. Field, and G.K. Lewis, “Solidification Processes at High Rates”, 
Workshop on Solidification”, Los Alamos, NM, July, 1996. 
 

8. J.H. Perepezko, C.A. Nunes. S-H. Yi, and D.J. Thoma, “Phase Stability in Processing of 
High- Temperature Intermetallic Alloys” High Temperature Ordered Intermetallic Alloys-
VII, MRS Meeting, Boston, MA, November, 1996. 
 

9. D.J. Thoma and G.K. Lewis, “Near Net Shape Processing of Metal Powders Using 
Directed Light Fabrication”, TMS Annual Meeting, Orlando, FL, February, 1997. 

 
10. D.J. Thoma and F. Chu, "Theory and Design of Monolithic and Dual Phase Laves 

Phases", Computational Research on Materials Conference, Morgantown, WV, May, 
1997. 
 

11. T. E. Mitchell, D. J. Thoma and F. Chu, "Structure and Mechanical Properties of Laves 
Phase Alloys", Annual Meeting of Japan Institute of Metals, Tokyo, Japan, March, 1997. 
 

12. G.K. Lewis, D.J. Thoma, R.B. Nemec, J.O. Milewski, “Directed Light Fabrication of 
Refractory Metals”, 1997 World Congress on Powder Metallurgy and Particulate Materials, 
Chicago, IL, July, 1997. 
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13. D.J. Thoma, G.K. Lewis, J.O. Milewski, K.C. Chen and R.B. Nemec, “Rapid Fabrication 

of Materials Using Directed Light Fabrication”, THERMEC ’97, Wollongong, Australia, 
July, 1997 
 

14. D.J. Thoma, F. Chu, K.C. Chen, P.G. Kotula, C.M. Cady, G.T. Gray III, P.S. Dunn and 
D.R. Korzekwa, “Design, Processing, and Properties of High-Temperature Alloys Based 
on Laves Phases” High-Temperature Materials Workshop, Dayton, OH, October, 1997. 
 

15. D.J. Thoma, F. Chu, K.C. Chen, P.G. Kotula, C.M. Cady, G.T. (Rusty) Gray III, P.S. Dunn   
and D.R. Korzekwa, “Alloy Design of Monolithic and Dual-Phase Laves Phase Alloys” 
Seminar at Oak Ridge National Laboratory, Oak Ridge, TN, October, 1997. 
 

16. S.R. Goldman, S.E. Caldwell, P.L. Gobby, W.W. Hsing, D.J. Thoma, R. P. Weaver, M.D. 
Wilke, D.C. Wilson, “Using Laser Drive to Explore the Physics of Structuring due to Target 
Defects” 11th Biennial Nuclear Explosives Design Physics, Livermore, CA, October, 1997. 
 

17. D.C. Wilson, P.A. Bradley, N.M. Hoffman, R.J. Swenson, D.P. Smitherman, R.E. Chrien, 
R.W. Margevicius, D.J. Thoma, L.R. Foreman, J.K. Hoffer, S.R. Goldman, S.E. Caldwell, 
T.R. Dittrich, S.W. Haan, M.M. Marinak, S.M. Pollaine, J.J. Sanchez, “The Development 
and Advantages of Beryllium Capsules for the National Ignition Facility”, American 
Physical Society Meeting, Pittsburg, PA, November, 1997. 
 

18. D.J. Thoma, K.C. Chen, F. Chu, and P.G. Kotula, “Constitutional Defects in Laves Phase 
Intermetallics”, UEF Workshop on Nonstoichiometric Ceramics and Intermetallics, Kona, 
HI, April, 1998. 

 
19. F. Chu, D.J. Thoma, K. McClellan, and P. Peralta, Mo5Si3 Single Crystals: “Physical 

Properties and Mechanical Behavior”, High Temperature Structural Silicides, Cape Cod, 
ME, May, 1998. 
 

20. G.K. Lewis, J.O. Milewski, R.B. Nemec, and D.J. Thoma, “Free Form Fabrication of 
Metallic Components using the Directed Light Fabrication Process”, 15th International 
Thermal Spray Conference, Nice, France, May, 1998. 
 

21. D.J. Thoma, G.K. Lewis, J.O. Milewski, and R.B. Nemec, “Free-Form Processing of Near-
Net Shapes Using Directed Light Fabrication” 15th International Thermal Spray Conference, 
Nice, France, May, 1998. 
 

22. L.R. Foreman, C. Adams, R.C. Dye, L. Field, L.A. Jacobson, R.W. Margevicius, M.S. Piltch, 
M.A. Salazar, K.V. Salazar, L. Salzer, D.J. Thoma, M. Trkula, “Beryllium Ignition Capsules 
for the National Ignition Facility”, Laser Interactions, Frascotti, Italy, May, 1998. 
 

23. D.J. Thoma, F. Chu, K.C. Chen, and P.G. Kotula, “Alloy Design Strategies for Enhanced 
Solubility Ranges in Monolithic C15 Laves Phases”, 3rd PRICM, Honolulu, HI, June, 1998. 
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24. L. Cray, D.C. Wilson, L.R. Foreman, J.C. Fernandez, C. Adams, C.W. Barnes, S.E. 
Caldwell, N.D. Delamater, S.R. Goldman, J.K. Hoffer, R.W. Margevicius, D.S. 
Montgomery, H.A.  Rose, D.J. Thoma, and D.L. Tubbs, “Los Alamos Progress Toward 
Achieving DT Burn on the National Ignition Facility”, American Nuclear Society 
Meeting, Nashville, TN, June, 1998. 
 

25. J.O. Milewski, G.K. Lewis, D.J. Thoma, G.I. Keel, R.B. Nemec, J.C. Fonseca, and R. 
Reinert, “Direct Laser Fabrication of Solid Metal Objects Using 5-Axis Powder 
Deposition”, Welding, Hamburg, Germany, September, 1998. 

 
26. F. Chu, D.J. Thoma, K.J. McClellan, P. Peralta, E. Fodran, and F. Li, “Physical Properties 

and Mechanical Properties of Mo5Si3-Based Silicides” TMS Annual Meeting, San Diego, 
CA, March, 1999. 
 

27. R.G. Castro, D.J. Thoma, R.V. Vaidya, R.D. Field, “Characterization of Plasma 
Sprayed Aluminum-Beryllium for Aerospace and Space Applications”, Thermal Spray 
Conference, Montreal, Canada, May, 1999. 
 

28. R.J. Hanrahan, D.J. Thoma, C.M. Cady, D.A. Korzekwa, J.A. Lillard, M.T. Paffett, W.L. 
Manner, R.L. Bridges, “Corrosion and Aging of Uranium-Niobium Alloys”, Oxford, 
England, July, 1999. 
 

29. R.J. Hanrahan, D.J. Thoma, M.E. Hawley, G.W. Brown, J.F. Bingert, D.F. Teter, and 
R.L. Bridges, “Investigations of the Hydride Initiation Mechanism”, JOWOG 28, 
Aldermaston, England, July, 1999. 
 

30. R.J. Hanrahan, J.F. Bingert, D.J. Thoma, M.E. Hawley, and G.W. Brown, “Hydrogen Effects 
on Materials Behavior”, TMS Fall Meeting, Cincinnati, OH, November, 1999. 
 

31. D.J. Thoma, L.A. Jacobson, R.D. Field, R.J. Hanrahan K.C. Chen, “Alloy 
Development in Beryllium-Based Materials” TMS Fall Meeting, Cincinnati, OH, 
November, 1999. 
 

32. D.J. Thoma and J.E. Smugeresky, “Overview of Rapid Solidification Phenomena in Direct 
Metal Deposited Materials, TMS Annual Meeting, Nashville, TN, March, 2000. 
 

33. D.J. Thoma, K.C. Chen, P.G. Kotula, K.A. Nibur, L.B. Dauelsberg, J.C. Cooley, E.J. 
Peterson, and W.L. Hults, “The Effect of Stoichiometry on the Properties of C15 Laves 
Phases” 5th International Conference on Structural and Functional Intermetallics, 
Vancouver, Canada, July, 2000. 
 

34. T.W. Darling, A. Migliori, and D.J. Thoma, “Elastic Properties of Complex Material”, 
Series of Invited Talks at the University of Nevado-Reno, University of Mississippi, and 
Oxford University, September, 2000. 
 

35. D.J. Thoma, D.F. Teter, P.S. Dunn, D.R. Kowzekwa, R.D. Field, G.T. Gray, C.M. Cady, 
L.B. Dauelsberg, J.C. Cooley, J.L. Smith, A.M. Kelly, P.A. Papin, W.L. Hults, R.A. 
Patterson, “Phase Stability and Microstructure Evolution in U-Nb Alloys”, US/UK Enhanced 
Surveillance Meeting, Las Vegas, NV, December, 2000. 
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36. R.D. Field, D.J. Thoma, P.S. Dunn, D.W. Brown, and C.M. Cady, “Shape Memory Effects in 

U- 6Nb”, US/UK Enhanced Surveillance Meeting, Las Vegas, NV, December, 2000. 
 

37. Nobile, J.C. Cooley, D.J. Thoma, R.W. Margevicius, T.J. Asaki, T.C. Hale, M.A. Salazer, G. 
Rivera, B.J. James, R.L. Nolen, M.M. Hoppe, R.B. Stephens, and W. Baugh, “Status and Long 
Term Plans for Fabrication and Fielding of Indirect Drive Beryllium Alloy Ignition Targets on 
the National Ignition Facility”, Target Fabrication Specialist’s Meeting, West Point, NY, July, 
2001. 
 

38. D.J. Thoma, D.F. Teter, and L.A. Jacobson, “Niobium in Intermetallics”, Niobium 
2001, Orlando, FL, December, 2001. 
 

39. D.J. Thoma, J.O. Milewski, and R.J. Hanrahan, “Niobium in Nuclear Applications”, 
Niobium 2001, Orlando, FL, December, 2001. 
 

40. D.J. Thoma, R.J. Hanrahan, and J.D. Wittenberger, “High Temperature Properties of 
Laves Phase Two-Phase Alloys”, TMS Annual Meeting, Fundamentals of Advanced 
Materials for Energy Conservation, Seattle, WA, February, 2002. 
 

41. J.L. Smith, J.C. Cooley, R.J. Hanrahan, W.L. Hults, A.M. Kelly, M.E. Manley, D.J. Thoma, 
E.J. Peterson, D. Dlguerova, J. Quan, G.M. Schmeideshoff, R.E. Lang, D.F. Woodfield, E.C. 
Gay, and C.C. McPheeters, “ Magnetic-Field Studies of the CDW’s in Single-Crystal 
Uranium”, American Physical Society Meeting, Indianapoli, IN, March, 2002. 
 

42. R.E. Hackenberg, D.C. Swift, K.C. Chen, J.C. Cooley, D.L. Paisley, D.J. Thoma and A. 
Hauer, “ Phase Changes in NiTi Under Shock Loading, NMHSWPCM, Edinburgh, Enlgand, 
May, 2002. 
 

43. E.J. Peterson, W.L. Hults, D.F. Teter, J.C. Cooley, A.M. Kelly, L.B. Dauelsberg, and D.J. 
Thoma, “Rietveld Refinements of U-Nb Alloys”, X-ray Conference, Colorado Springs, CO, 
July, 2002. 
 

44. D.J. Thoma, “Professionals Without Borders”, IOMMS Meeting, Chicago, IL, November, 
2003. 

 
45. D.W. Brown, M. Bourke, W. Blumenthal, D.J. Thoma, D.F. Teter, R. Varma, “Engineering 

Neutron Diffraction Measurements Applied to Stockpile Stewardship Issues”, University of 
Virginia, April, 2004. 
 

46. D.W. Brown, D.F. Teter, D.J. Thoma, M.A. Bourke, R.D. Field, and W.L. Hults, “Beyond 
Slip: Using Neutron Diffraction and Polycrystallinc Plasticity Models to Understand Plastic 
Deformation in Anisotropic Materials”, Northwestern University Seminar, Evanston, April, 
2004. 
 

47. D.J. Thoma, “Networking”, Inaugural Material Advantage Student Workshop, New Orleans, 
LA, September, 2004. 
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48. D.J. Thoma, “Processing and Properties of U-Nb Shape Memory Alloys” Colorado 

School of Mines Seminar, October, 2004 
 

49. D.J. Thoma, “Networking”, Material Advantage Student Workshop, Pittsburgh, PA, 
September, 2005. (encore of 2004 presentation) 
 

50. C.P. Opeil, R.C. Albers, K.B. Blagoev, M. Gulacsi, J.C. Lashley, P.B. Littelwood, M.E. 
Manley, B. Mihaila, P.S. Riseborough, R.K. Schulze, D.J. Thoma, H.M. Volz, and J.L. 
Smith, “Photoelectric Effect in Uranium”, Advances in Physics and Chemistry of Actinide 
Compounds, Tokai, Japan, Sept., 2005. 
 

51. D.J. Thoma, “Processing and Properties of U-Nb Shape Memory Alloys”, Iowa State 
University Seminar Series, April, 2006. 
 

52. J.C. Lashley, P. and L. Mañosa, T. R. Finlayson, S. M. Shapiro, R. A. Fisher, M. E. 
Manley, P. Riseborough, A. Saxena, D.J. Thoma, W. Hults, J. L. Smith, and H. Ledbetter, 
“Electronic Restructuring in Shape Memory Alloys”, TMS Annual Meeting, Orlando, FL, 
February, 2007. 
 

53. D.J. Thoma, “Thermoelastic Martensite Behavior in AuZn”, University of Illinois, 
Seminar, May, 2007. 
 
Most presentations from 2007 - 2015 were either administrative or in classified settings and 
not counted in these sections or overall metrics. 
 

54. D.J. Thoma, “Materials Design Institute Overview”, Materials Design Institute Seminar, April, 
2012.  
 

55. D.J. Thoma, “Advanced Manufacturing: Processing and Testing of Radioactive Materials”, 
Keynote Address at CIRMS 2014 Council on Ionizing Radiation Measurements and 
Standards, Gaithersberg, MD, March, 2014. 
 

56. D.J. Thoma, W. King, R. Seals, “Additive Manufacturing of Actinides within the NNSA 
Nuclear Weapons Complex (U)”, Additive Manufacturing Summit, Oak Ridge, TN, May 15, 
2014. 
 

57. D.J. Thoma, “Advanced Manufacturing: Requirements for Material Specification, 
Qualification, and Certification”, Invited Seminar, University of Wisconsin, Madison, WI, 
December 4, 2014. 
 

58. D.J. Thoma, “Additive Manufacturing: A Perspective on Advanced Manufacturing and 
Engineering Grand Challenges”, National Academy of Engineering, Washington D.C, 
October, 2015.  
 

59. D.J. Thoma, “How to Implement Smart Manufacturing in Your Organization”, Engineering 
Professional Development Smart Manufacturing Webinar, Madison, WI, April, 2016.  
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60. D.J. Thoma, “Metal Additive Manufacturing: Challenges and Opportunities for Component 

Fabrication”, 9th Pacific Rim International Conference on Advanced Materials and Processing, 
Kyoto, Japan, August, 2016. 
 

61. D.J. Thoma, “Keynote address: Challenges and Opportunities in Advanced Manufacturing: 
Where is Metal Processing Going?”, Advanced Photon Source at Argonne National 
Laboratory, Chicago, IL, August, 2016. 
 

62. D.J. Thoma, “Grainger Institute for Engineering: Opportunities for Collaboration”, 
Midwest Energy Research Consortium Member Meeting, Milwaukee, WI, September, 
2016. 
 

63. D.J. Thoma, “Overview: Grainger Institute for Engineering”, ASM Milwaukee Chapter 
Meeting, Milwaukee, WI, January, 2017. 
 

64. D.J. Thoma, “Directed Light Fabrication: A Near-Net Shape Process using Laser Assisted 
Metal Deposition”, TMS Annual Meeting, San Diego, CA, February, 2017. 
 

65. D.J. Thoma, “Challenges and Opportunities for Metal Additive Manufacturing”, TMS Annual 
Meeting, San Diego, CA, February, 2017. 
 

66. D.J. Thoma, “How Cross-cutting Technologies are Drivers for Growth”, MWERC Keynote, 
Milwaukee, WI, April, 2017. 
 

67. D.J. Thoma, “Overview: Grainger Institute for Engineering”, Legislative Dinner, Madison, 
WI, April, 2017. 
 

68. D.J. Thoma, “Industrial Outreach in Advanced Manufacturing”, Milwaukee Engineering 
Research Conference, Milwaukee, WI, May, 2017. 
 

69. D.J. Thoma, "Metal Additive Manufacturing: Challenges and Opportunities for Component 
Fabrication", Conformal Cooling Conference, Minneapolis, MN, May 2017. 
 

70. D.J. Thoma, “Structure-Property Relationships in Metal Additive Manufacturing”, Arizona 
State University Materials Seminar, Tempe, Arizona, September 2017. 
 

71. D.J. Thoma, “Keynote address: Advanced Manufacturing: Smart Technologies and Digital 
Design”, Affiliated Construction Services, Engine and Vehicle Test Facility Forum, Madison, 
WI, June, 2017. 
 

72. D.J. Thoma, “Refractory Alloys with Metal Additive Manufacturing”, H.C. Starck, Boston, 
MA December, 2017. 
 

73. D.J. Thoma, “Keynote address: Structure-Property Relationships in Metal Additive 
Manufacturing”, International Conference on Plasticity, San Juan, Puerto Rico, January, 2018. 
 

74. D.J. Thoma, “Advanced Manufacturing Opportunities,” Argonne-Wisconsin Workshop on 
Manufacturing Opportunities, Chicago, IL, January 2018. 
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75. D.J. Thoma, “Advanced Manufacturing Capabilities”, Forum for Manufacturers, Neenah, WI, 

June 2018. 
 

76. D.J. Thoma, “Strengths and Opportunities with Metal Additive Manufacturing”, Thermo 
Fisher Scientific Virtual Materials Science Conference, May, 2018.  
 

77. D.J. Thoma, Keynote address: “Design Innovations with Metal Additive Manufacturing”, 
University of Alberta Workshop, Materials Seminar, Edmonton, Canada, October, 2018. 
 

78. D.J. Thoma et al., Keynote: “Design Innovation with Metal Additive Manufacturing”, 
International Conference on Plasticity, Damage, & Fracture, Panama City, Panama, January 
2019. 
 

79. K. Bertsch, D.J. Thoma, “Multiscale Analysis of the Effect of Processing Parameters on 
Microstructure in Additive Manufactured Components with Reduced Dimensionality”, 
International Conference on Plasticity, Damage, & Fracture, Panama City, Panama, January 
2019. 
 

80. B. Rankouhi, K.M Bertsch, D.J. Thoma, and K. Suresh, “Challenges and Opportunities at the 
Cross-Roads of Topology Optimization and Metal Additive Manufacturing”, International 
Conference on Plasticity, Damage, & Fracture, Panama City, Panama, January 2019. 
 

81. D.J. Thoma, “The Evolution and Impact of Additive Manufacturing (3D Printing)”, Vail 
Symposium, Vail, CO, June 2019. 

 
82. D.J. Thoma and K.M. Bertsch, “High Throughput Investigation of Physical Signatures in 

Additive Manufacturing” Workshop on Enabling Technolgies and Innovation, Atlanta, GA, 
Nov. 2019. 

 
83. D.J. Thoma, M. Moorehead, M. Niezgoda, P. Nelaturu, A. Couet, “High-throughput 

Experimental Synthesis of Refractory High-entropy Alloys”, 1st World Congress on High 
Entropy Alloys, Seattle, WA, November 2019. 

 
84. D.J. Thoma, G. Meric de Bellefon, A. Agrawal, K. Bertsch, B. Rankouhi, Keynote: “The Role 

of Solidification Defects on the Properties of Metal Additive Manufactured Specimens”, 
International Conference on Plasticity, Damage, & Fracture, Riviera Maya, Mexico, January 
2020. 

 
85. D. Thoma, “High-throughput Alloy Design of Advanced Materials Using Additive 

Manufacturing”, TMS Annual Meeting, March 2020, San Diego, CA. 
 
86. D. Thoma, “The Grainger Institute for Engineering,” Jones Seminar, Thayer School of 

Engineering at Dartmouth, Dartmouth, MA, April 13, 2020 (COVID19 altered). 
 
87. D. Thoma, “Solidification Behavior in Additive Manufacturing,” ASM 62nd H.R. Bergmann 

Memorial Seminar, Milwaukee, WI, April 14, 2020 (COVID19 altered). 
 
88. D. Thoma, Keynote: “The Role of Rapid Solidification in Metal Additive Manufacturing,” 

Conference of Metallurgists, virtual conference, October 2020 (COVID19 altered). 
 



D.J. Thoma Pubs - Page 33  

 

89. D. Thoma, “Property Signatures of Metal Additive Manufacturing,” Enabling Technologies 
and Innovation – Advanced Manufacturing Meeting, virtual, March 2021. 

 
90. A. Couet, M. Moorehead, M. Niezgoda, P.Nelaturu, B. Goh, Y. Wang, M. Karatas, C. Zhang, 

F. Zhang, T. Duong, S. Chaudhuri, K. Sridharan, D. Thoma, “Design of Corrosion and 
Irradiation Resistant Compositionally Complex Alloys using a High-Throughput Platform for 
Applications in Extreme Environments”, TMS Annual Meeting, March 2021, virtual.  

 
91. J. Perepezko, J. Erickson, D. Thoma, C. Francis, P. Voyles, B. Afflerbach, D. Morgan, “High-

Throughput Synthesis, Characterization and Prediction of Metallic Glass Formation”, TMS 
Annual Meeting, March 2021, virtual.  

 
92. D. Thoma, Keynote: “The Use of High-Throughput Methods for Signature Definition in Metal 

Additive Manufacturing,” UK-US Academic Network in Nuclear Security and 
Nonproliferation Skills, virtual conference, April 2021. 
 

93. Z. Islam, A. Agrawal, B. Rankouhi, F. Pfefferkorn, D. Thoma, “A high-throughput method to 
define new feedstock process parameters in additive manufacturing,” Materials Science & 
Technology 2021, Columbus, OH October 2021. 

 
94. D. Thoma, “Alloy Design and Development using Additive Manfacturing”, ASM Milwaukee 

Chapter Meeting, January, 2022. 
 
95. Dan Thoma, "High-throughput additive manufacturing and characterization of HEAs for 

fusion applications", LANL Fusion Materials and Technology Workshop, August 8-10, 2022 
 
96. Dan Thoma, Frank Pfefferkorn, Marcus Jackson, Aishwarya Deshpande, Phalgun Nelaturu, 

Zahabul Islam, “Sustainability of Feedstock in Additive Manufacturing” TMS Annual 
Meeting 2022, Anaheim, CA. (invited) 
 

97. George Gray, Saryu Fensin, David Jones, Dan Thoma, “High-strain Rate / Shock-loading 
Response of AM-processed” Materials: TMS Annual Meeting 2022, Anaheim, CA. (invited) 
 

98. D. Thoma, Keynote: “High-throughput Additive Manufacturing and Characterization of HEAs 
for Fusion Applications” Enabling Technlogies for Improving Fusion Power Plant 
Performance and Availability Workshop, March 8, 2023, New Orleans, LA. 

 
99. D. Thoma, “Comparing Leadership Perspectives at a National Laboratory and a University: 

Transition to Academia”, TMS Annual Meeting 2023, San Diego, CA March, 2023. 
 
100. John Perepezko, Zahabul Islam, Longfei Liu, Phalgun Nelaturu, Ankur Agrawal, Dan Thoma 

“Additive Manufacturing of Ultrahigh Temperature Mo-Si-B Alloys, TMS Annual Meeting 
2023, San Diego, CA March, 2023. 

 
101. John Perepezko, Dan Thoma, Longfei Liu, Phalgun Nelaturu, Ankur Agrawal, Zahabul 

Islam, Fan Zhang, Laurence Marks, “Alloy Designs for High Temperature Mo-Si-B Base 
Systems”, TMS Annual Meeting 2023, San Diego, CA March, 2023. 

 
102. Dan Thoma, “Solidification Behavior in Additive Manufacturing”, 62nd Bergmann 

Symposium, ASM International Milwaukee Chapter, Milwaukee, WI, April, 2023. 
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103.  Z. Islam, L. Liu, J.H. Perepezko, P. Nelauru, A.K. Agrawal, D.J. Thoma, “Design and 
Favbrication of Refractory Mo-Si-B Alloys using Additive Manufacturing”, 
PowderMet2023/AMPM2023, Las Vegas, NV, June 2023. 

 
104.  Dan J. Thoma, “Prototyping and Testing” ETI Advanced Manufacturing Summer School, 

virtual Atlanta, GA, July 5, 2023.  
 
105.  D.J. Thoma, “Using Additive Manufacturing for Next Generation Biomaterials”, MS&T 

2023, Columbus, OH, October, 2023. 
 
106.  Dan Thoma “Prediction of Defects in Metal Additive Manufacturing” TMS Annual Meeting, 

Orlando, FL, March 2024. 
 
107. Dan Thoma, Janith Wanni, Phalgun Nelaturu, Will Kunkel, Alec Mangan, ”Synthesis-On-

Demand: Accelerating additive manufacturing via machine learning” Synthesis on Demand 
Workshop - Dayton, OH June 6, 2024. 

 
108.  Dan Thoma, Janith Wanni, Phalgun Nelaturu, Will Kunkel, Alec Mangan “Synthesis-On-

Demand: Accelerating additive manufacturing via machine learning”, CINT Users Group 
Meeting – Santa Fe, NM September 16, 2024 

 
109.  John Perepezko, Longfei Liu, Dan Thoma, William Lenling, Joseph Zanter, “Additive 

Manufacturing of an Ultrahigh Temperature Mo-Si-B Alloy with Reactive Powder 
Synthesis” IMAT Cleveland, OH, October 2, 2024. 

 
110.  Dan Thoma, “Virtual Town Hall” Materials Science and Engineering, virtual, October 4, 

2024. 
 
111.  Janith Wanni, Charlie Adkins, Subodh Subedi, Krishnan Suresh, and Dan Thoma, “Towards 

Predictive Microstructural Design of Additively Manfactured Metals” MS&T 2024, 
Pittsburgh, PA, October 7, 2024. 

 
112.  Dan Thoma, “Additive Manufacturing of Haynes 282 for Heat Exchanger Applications” 

ASM Milwaukee Chapter, March 11, 2025. 
 
113.  Dan Thoma, “Towards Autonomy in the Additive Manufacturing of Refractory High 

Entropy Alloys, TMS Annual Meeting, Las Vegas, NV, March, 2025. 
 
114.  Adrien Couet, Dan Thoma, LianyiChen, Nathan Curtis, Caleb Hatler, Rohan Mishra, Nick 

Crnkovich, “Accelerated Additive Manufacturing Synthesis, Testing, and Characterization 
of High-Temperature Alloys for High-Throughput Environmental Degradation Resistance” 
TMS Annual Meeting, Las Vegas, NV, March, 2025. 

 
115.  Osman El-Atwani, Matheus Tunes, Saryu Fensin, Dan Thoma, Enrique Martinez, Bochuan 

Sun, Caleb Hatler, Matthew Vigil, James Haag, Dan Schreiber, Eda Aydogan, Duc Nguyen, 
“Emerging Alloy Materials for Fusion Power” TMS Annual Meeting, Las Vegas, NV, 
March, 2025. 

 
116.  D. Thoma, Design, "Synthesis, and Properties of WTaCrVHf Refractory High Entropy 

Alloys" MST&T 2025, Columbus, OH, September 2025. 
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1. P.T. Bizon, D.J. Thoma, and G.R. Halford, "Interaction of High-Cycle and Low-Cycle 

Fatigue of Haynes 188 Alloy at 1400° F", NASA Conference on Structural Integrity and 
Durability of Reusable Space Propulsion Systems, NASA Lewis Research Center, Cleveland, 
OH, June, 1985. 

 
2. D.J. Thoma, T.K. Glasgow, S.N. Tewari, J.H. Perepezko, and N. Jayaraman, "Process 

Parameter Effects on Melt-Spun Ag-Cu", TMS-AIME Annual Meeting, Denver, CO, 
February, 1987. 

 
3. D.J. Thoma, T.K. Glasgow, S.N. Tewari, J.H. Perepezko, and N. Jayaraman,"Process 

Parameter Effects on Melt-Spun Ag-Cu", Sixth International Conference on Rapidly 
Quenched Metals, Montreal, Canada, August, 1987. 

 
4. D.J. Thoma, Y. Ujiie, and J.H. Perepezko, "Drop Tube Processing of Fe-Ni Alloys", TMS-

AIME Fall Meeting, Cincinnati, OH, October, 1987. 
 
5. D.J. Thoma, J.H. Perepezko, and M.K. Hoffmeyer, "Containerless Melt Processing of 

Fe-Ni Alloys", TMS-AIME Fall Meeting, Chicago, IL, September, 1988. 
 
6. D.J. Thoma and J.H. Perepezko, "Solidification Processing of NbCr2 Alloys", MRS 

Symposium: Intermetallic Matrix Composites, San Francisco, CA, April, 1990. 
 
7. D.J. Thoma and J.H. Perepezko, "Phase Relationships and Stabilities in the Nb-Cr and the 

Nb- Cr-Ti Systems", TMS-AIME Fall Meeting, Cincinnati, OH, October, 1991. 
 
8. D.J. Thoma and J.H. Perepezko, "Metastable Precursor Microstructures in Nb-Cr-Ti Laves 

Phase Alloys", TMS-AIME Fall Meeting, Cincinnati, OH, October, 1991. 
 
9. D.J. Thoma and J.H. Perepezko, "Microstructural Development in NbCr2 -Based Alloys", 

High- Temperature Materials Workshop, Wright-Patterson Air Force Base, OH, April, 1992. 
 
10. D.J. Thoma, J.H. Perepezko, D.H. Plantz, and R.B. Schwarz, “Metastable BCC Phase 

Formation in the Nb-Cr System,” Eighth International Conference on Rapidly Quenched and 
Metastable Materials,” Sendai, Japan, August 1993. 

 
11. D.J. Thoma and J.H. Perepezko, “A Tri-Junction Diffusion Couple Analysis of the Nb-Cr-Ti 

System at 950°C,” TMS/ASM Materials Week ‘93, Pittsburgh, PA, October, 1993. 
 
12. D.J. Thoma, “Hydrogen Storage Materials,” Workshop of the Hydrogen Working Group, Los 

Alamos, NM, March, 1994. 
 
13. D.J. Thoma, “Drop Tube Processing of Hollow Beryllium Spheres,” Joint Workshop on 

Beryllium Capsule Fabrication, Los Alamos, NM, May, 1994. 
 

14. D.J. Thoma and J.H. Perepezko, “Metastable BCC Phase Formation in the Nb-Cr-Ti 
System”, ISMANAM ‘94, Grenoble, France, July, 1994. 

 
15. D.J. Thoma and J.H. Perepezko, “Heat Flow Modeling of Microstructural Development 

During Powder Processing”, TMS/ASM Materials Week ‘94, Rosemont, IL, October, 1994. 
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16. S.R. Bingert, D.R. Korzekwa, and D.J. Thoma, “Microstructural Transitions in Dilute 
Palladium Alloys During Solidification Processing”, TMS/ASM Materials Week ‘94, 
Rosemont, IL, October, 1994. 

 
17. G.K. Lewis, R.B. Nemec, J. Milewski, D.J. Thoma, M. Barbe, and D. Cremers, “Directed 

Light Fabrication”, ICALEO ‘94, Orlando, FL, November, 1994. 
 
18. F. Chu, D.J. Thoma, Y. He, T.E. Mitchell, S.P. Chen, and J.H. Perepezko, “Theoretical 

and Experimental Studies on the C15 Intermetallic Compound NbCr2”, MRS Fall ‘94 
Meeting, Boston, MA, December, 1994. 

 
19. D.J. Thoma, L.A. Jacobson, D.R. Korzekwa, and B.M. Hogan, “Beryllium Hollow Sphere 

Fabrication”, Tenth Target Fabrication Specialists’ Meeting, Taos, NM, February, 1995. 
 
20. D.J. Thoma and J.H. Perepezko, “In-Situ Composite Formation From Metastable 

Precursor Phases in the Nb-Cr-Ti System”, TMS Annual Meeting, Las Vegas, NV, 
February, 1995. 

 
21. D.J. Thoma and J.H. Perepezko, “Geometric Factor Analysis of Solubility Ranges in 

Laves Phases”, TMS Annual Meeting, Las Vegas, NV, February, 1995. 
 
22. D.J. Thoma, G.K. Lewis, and R.B. Nemec, “Solidification Behavior During Directed 

Light Fabrication”, TMS/ASM Materials Week ‘95, Cleveland, OH, October, 1995. 
 
23. R.D. Field, D.J. Thoma, R. Hanrahan, L.A. Jacobson, and D.P. Butt, “Microstructural 

Development in the NiAl-NiBe Isoplethal Section”, TMS/ASM Materials Week ‘95, 
Cleveland, OH, October, 1995. 

 
24. D.J. Thoma, C. Charbon, G.K. Lewis, and R.B. Nemec, “Directed Light Fabrication of 

Iron- Based Materials”, MRS Fall Meeting, Boston, November, 1995. 
 
25. D.J. Thoma, C. Charbon, G.K. Lewis, and R.B. Nemec, “Near Net Shape Processing of 

Metal Powders Using Directed Light Fabrication”, The 117th Meeting of JIM, Honolulu, 
December, 1995. 

 
26. D.J. Thoma, E.M. Schwartz, S.R. Bingert, D.R. Korzekwa, R.D. Field, and L.A. 

Jacobson, “Microsegregation during Melt-Spinning of Dilute Palladium Alloys”, TMS 
Annual Meeting, Anaheim, February, 1996. 

 
27. R.J. Hanrahan, D.J. Thoma, L.A. Jacobson, T.G. Zocco, J.L. Lowery, “Surrogate Studies of 

the Plutonium-Beryllium Reaction”, 20th Compatability, Aging, and Stockpile Stewardship 
Conference, Kansas City, MO, April, 1996. 

 
28. P.L. Gobby, L.R. Foreman, D.J. Thoma, L.A. Jacobson, R.V. Hollis, J. Barrera, M.A. 

Mitchell, M.A. Salazar, L.J. Salzer, “Current Progress in NIF Target Concepts”, 
American Nuclear Society Meeting, Reno, NV, June, 1996. 

 
29. L.R. Foreman, P.L. Gobby, D.J. Thoma, L.A. Jacobson, R.V. Hollis, J. Barrera, M.A. 

Mitchell, M.A. Salazar, L.J. Salzer, “Progress Toward Ignition Target Fabrication at Los 
Alamos”, Laser Interaction With Matter Meeting, Madrid, Spain, June, 1996. 
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30. D.J. Thoma and G.K. Lewis, “Free-Form Metal Deposition to Near-Net Shape”, 
TMS/ASM Materials Week, Cincinnati, OH, October, 1996. 

 
31. F. Chu, D. J. Thoma, Y. He, S. A. Maloy, and T. E. Mitchell, "Resonant Ultrasound 

Spectroscopy: Elastic Properties of Some Intermetallic Compounds", TMS/ASM 
Materials Week, Cincinnati, OH, October, 1996. 

 
32. R.J. Hanrahan, D.P. Butt, and D.J. Thoma, “Oxidation Kinetics of Ni50(Al,Be)50”, 

TMS/ASM Materials Week, Cincinnati, OH, October, 1996. 
 
33. M.A. Hill, J.F. Bingert, S.A. Bingert, D.J. Thoma, and D.E. Albert, “Processing of 

High Strength, High Conductivity Cu-Ag Alloys”, TMS/ASM Materials Week, 
Cincinnati, OH, October, 1996. 

 
34. R.J. Hanrahan, D.P. Butt, D.J. Thoma, T.N. Taylor, and C.J. Maggiore, “High Temperature 

Oxidation of Ni50(Al,Be)50”, The 13th International Corrosion Congress, Melbourne, Australia, 
November, 1996. 

 
35. D.J. Thoma, F. Chu, J. M. Wills, and T. E. Mitchell, "Comparison of NbCr2 and HfV2 Laves 

Phases", MRS Meeting, Boston, MA, November, 1996. 
 
36. P. G. Kotula, I. M. Anderson, F. Chu, D. J. Thoma, J. Bentley, and T. E. Mitchell, "Site 

Occupancies of Alloying Additions in C15-Structured Laves Phase Materials", MRS 
Meeting, Boston, MA, November, 1996. 

 
A. H. Ormeci, F. Chu, J. M. Wills, S. P. Chen, R. C. Albers, D. J. Thoma, and T. E. Mitchell, 

"Elastic Constants of a Laves Phase Compound: C15 NbCr2", MRS Meeting, Boston, MA, 
November, 1996. 

 
37. R.J. Hanrahan, D.J. Thoma, and L.A. Jacobson, “Liquid Metal-Solid Metal Reactions 

with Intermediated Intermetallic Formation”, TMS Annual Meeting, Orlando, FL, 
February, 1997. 

 
38. J.O. Milewski, D.J. Thoma, and G.K. Lewis, “Directed Light Fabrication of 

Rhenium Components”, TMS Annual Meeting, Orlando, FL, February, 1997. 
 

39. D.J. Thoma, F. Chu, P. Peralta, P. G. Kotula, K. C. Chen, and T. E. Mitchell, "Elastic and 
Mechanical Properties of C15 Laves Phase Nb(Cr,V)2", High Temperature Intermetallics, 
San Diego, CA, April, 1997. 

 
40. G.K. Lewis, D.J. Thoma, R.B. Nemec, and J.O. Milewski, “Directed Light Fabrication of 

Refractory Metals”, International Conference of Powder Metallurgy & Particulate Materials, 
Chicago, IL, June, 1997. 

 
41. R.J. Hanrahan and D.J. Thoma, “Environmental Cell Optical Microscopy of Hydride 

Nucleation on the Surface of Alpha Uranium”, Gordon Conference on Hydrogen/Metal 
Systems, New London, NH, July, 1997. 
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42. G.K. Lewis, J.O. Milewski, and D.J. Thoma, “Properties of Near-Net Shape 

Metallic Components Made by the Directed Light Fabrication Process”, Eighth 
Solid Freeform Fabrication Symposium, Austin, TX, August, 1997. 

 
43. P.G. Kotula, K.C. Chen, D.J. Thoma, F. Chu, and T.E. Mitchell, “Orientation Relationships 

in the System Nb-NbCr2”, Microscopy Society of America Meeting, Cleveland, OH, August, 
1997. 

 
44. D.F. Teter, D.J. Thoma, and R.D. Field, Hydrogen-Induced Phase Separation of Palladium- 

Rhodium Alloys Using an Environmental Cell TEM” Microscopy Society of America 
Meeting, Cleveland, OH, August, 1997. 

 
45. R.J. Hanrahan and D.J. Thoma, “Environmental Cell Optical Microscopy of Hydrogen 

Reactions on the Surface of Alpha Uranium”, 21st Compatibility, Aging, and Stockpile 
Stewardship Conference, Sandia National Laboratory, Albuquerque, NM, September, 1997. 

 
46. R.J. Hanrahan, T.G. Zocco, D.J. Thoma, L.A. Jacobson, J.L. Lowery, R. Pereyra, 

“Surrogate Studies of the Pu-Be Reaction II, 21st Compatibility, Aging, and Stockpile 
Stewardship Conference, Sandia National Laboratory, Albuquerque, NM, September, 
1997. 

 
47. S.E. Caldwell, S.R. Goldman, W.W. Hsing, D.J. Thoma, M.D. Wilke, and D.C. Wilson, 

“Shock Front Evolution in Non-Uniform Materials”, American Physical Society Meeting, 
Pittsburgh, PA, November, 1997. 

 
48. D.F. Teter, D.J. Thoma, and R.D. Field, “Hydrogen-Induced Phase Separation of 

Palladium- Rhodium Alloys”, MRS Meeting, Boston, MA, December, 1997. 
 
49. K.C. Chen, D.J. Thoma, P.G. Kotula, and F.Chu, “Formation of a Metastable BCC Solid 

Solution and Decomposition to a C15 Laves Phase in Melt-Spun CrNb10Ti10”, MRS 
Meeting, Boston, MA, December, 1997. 

 
50. K.C. Chen, D.J. Thoma, F. Chu, P.G. Kotula, and E.J. Peterson, “Effects of Strengthening 

from Constitutional Defects in Laves Phase Intermetallics”, TMS Annual Meeting, San 
Antonio, TX, February, 1998. 

 
51. P.G. Kotula, C.B. Carter, K.C. Chen, D.J. Thoma, F. Chu, and T.E. Mitchell, “Defects and 

Site Occupancy in Nb-Cr-Ti C15 Laves Phases”, TMS Annual Meeting, San Antonio, TX, 
February, 1998. 

 
52. K.C. Chen, D.J. Thoma, J.D. Thompson, F. Chu, E.J. Peterson, W.L. Hults, 

“Nonstoichiometric Defects and Properties of HfCo2 Laves Phase Intermetallics”, UEF 
Workshop on Nonstoichiometric Ceramics and Intermetallics, Kona, HI, April, 1998. 

 
53. R.J. Hanrahan, D.J. Thoma, L.A. Jacobson, “Reaction Kinetics in Lanthanice-Beryllium 

Systems: Effects of Atoms size and Non-Stoichiometry on the Diffusion Mechanism in 
LaBe13 Type Intermetallics”, UEF Workshop on Nonstoichiometric Ceramcis and 
Intermetallics, Kona, HI, April, 1998. 
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54. F.Chu, P.G. Kotula, T.E. Mitchell, D.J. Thoma, and D.P. Pope, “Alloying Effects on the 

Devect Structure, Physical Properties, and Mechanical Behavior of the HfV2-Based Laves 
Phase”, UEF Workshop on Nonstoichiometric Ceramics and Intermetallics, Kona, HI, April, 
1998. 

 
55. D.F. Teter and D.J. Thoma, “Hydrogen Absorption and Desorption in Pd-Rh-Co Ternary 

Alloys” MRS Spring Meeting, San Francisco, CA, April, 1998. 
 
56. T.N. Claytor, M.J. Schwab, D.J. Thoma, D.F. Teter, D.G. Tuggle, “Tritium Production 

from Palladium Alloys”, Cold Fusion, Vancouver, Canada, April, 1998. 
 
57. G.K. Lewis, J.O. Milewski, R.B. Nemec, and D.J. Thoma, “Additive Fabrication of 

Metal Components Using Direct Light Fabrication” IMOG on Solid Freeform 
Fabrication, Los Alamos, NM, June, 1998. 

 
58. P.G. Kotula, C.B. Carter, K.C. Chen, D.J. Thoma, F. Chu, and T.E. Mitchell, “Defects in 

Nb-Cr- Ti C15 Laves Phases” Microscopy and Microanalysis ’98, Atlanta, GA, July, 1998. 
 
59. K.C. Chen, D.J. Thoma, F. Chu, P.G. Kotula, C.M. Cady, G.T. Gray, P.S. Dunn, and 

D.R. Korzekwa, “Processing and Properties of Dual Phase Alloys in the Nb-Cr-Ti 
System”, 3rd PRICM, Honolulu, HI, July 1998. 

 
60. A.M. Kelly, S.R. Bingert, and D.J. Thoma, “Application of New Tantalum 

Metallographic Preparation Techniques to Other Group V and IV Metals”, IMS 
Annual Meeting, Ottawa, Canada, July, 1998. 

 
61. P.G. Kotula, B.C. Carter, K.C. Chen, D.J. Thoma, F. Chu, and T.E. Mitchell, “ Defects in 

Nb-Cr- Ti C15 Laves Phases”, 14th International Conference on Electron Microscopy, 
Cancun, Mexico, September, 1998. 

 
62. C.M. Cady, G.T. Gray, S.S. Hecker, D.J. Thoma, P.S. Dunn, D.A. Korzekwa, and R.A. 

Patterson, “Mechanical Response of a Depleted Uranium Alloy as a Function of Strain Rate 
and Temperature”, TMS Fall Meeting, Chicago, IL, October, 1998. 

 
63. R.D. Field, P.G. Kotula, D.J. Thoma, A.M. Kelly, “TEM (Transmission Electron 

Microscopy) of Inclusions in Uranium Alloys”, TMS Fall Meeting, Chicago, IL, October, 
1998. 

 
64. K.C. Chen, P.G. Kotula, C.M. Cady, R.D. Field, M.E. Mauro, and D.J. Thoma, 

“Microstructure and Mechanical Properties of Two-Phase Alloys Based on NbCr2”, MRS 
Meeting, Boston, MA, November, 1998. 

 
65. C.M. Cady, G.T. Gray, S.S. Hecker, D.J. Thoma, D.A. Korzekwa, P.S. Dunn, J.F. Bingert, and 

R.A. Patterson, “Plastic Flow Characteristics of a Uranium Alloy as a Function of Strain Rate 
and Temperature”, International Conference on Plasticity, Cancun, Mexico, January, 1999. 

 
66. D.F. Teter and D.J. Thoma, “Thermodynamics of Hydrogen Absorption and Desorption in 

Pd- Rh-Co Ternary Alloys” TMS Annual Meeting, San Diego, CA, February, 1999. 
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67. R.J. Hanrahan and D.J. Thoma, “The Effect of Reactive Element Additions on the 
Oxidation of Beryllium Modified NiAl”, TMS Annual Meeting, San Diego, CA, February, 
1999. 

 
68. K.C. Chen, F. Chu, and D.J. Thoma, “Development of a Refined Microstructure by 

Decomposition of a Metastable Precursor”, TMS Annual Meeting, San Diego, CA, 
February, 1999. 

 
69. M.E. Hawley, G.W. Brown, D.J. Thoma, M.A. Willard, D.E. Laughlin, M.E. 

McHenry, “Magnetic Forces Study of New Nano-Crystalline Soft Magnetic Ribbon”, 
MRS Spring Meeting, San Francisco, CA, April, 1999. 

 
70. R.J. Hanrahan and D.J. Thoma, “Moisture Effects on the Oxidation of Beryllides”, 

196th Electrochemical Society Meeting, Honolulu, HI, October, 1999. 
 
71. D.F. Teter and D.J. Thoma, “Effects of Hydride Cycling on the Mechanical and Hydriding 

Thermodynamic Properties of Pd-Based Alloys”, TMS Fall Meeting, Cincinnati, OH, 
November, 1999. 
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Beryllium Modified Intermetallics”, TMS/ASM Fall Meeting, Cincinnati, OH, November, 
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Foreman, “Fabrication and Filling of NIF-Size Beryllium Alloy Capsules”, TMS Fall 
Meeting, Cincinnati, OH, November, 1999. 

 
74. R.J. Hanrahan and D.J. Thoma, “High Temperature Oxidation of Beryllium and 

Beryllium Modified Intermetallics”, TMS Fall Meeting, Cincinnati, OH, November, 
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“Microstructure-Property Evaluations in Fe-25Ni Samples Produced with Directed 
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Corrosion-resistant Alloy Design”, TMS Annual Meeting, March 2021, virtual. 

 
180. D. Morgan, B. Afflerbach, L. Schultz, J. Erickson, D. Thoma, J. Perepezko, C. Francis, P. 

Voyles, G. Bokas, J. Xi, I. Szlufarska, “Machine Learning from Elemental and Simulation 
Features for Predicting Glass Forming Ability”, TMS Annual Meeting, March 2021, virtual. 

 
181. P. Nelaturu, M. Moorehead, T. Duong, M. Niezgoda, A. Couet, K. Sridharan, S. Chaudhuri, 

D.Thoma, “Accelerated Alloy Development and Characterization of Compositionally 
Complex Alloys via High-throughput Methods”, TMS Annual Meeting, March 2021, virtual. 

 
182. M. Moorehead, C. Parkin, P. Nelaturu, M. Niezgoda, M. Elbakhshwan, K. Sridharan, D. 

Thoma, A. Couet, “High-Temperature, High-Throughput Ion Irradiation Enabled by Additive 
Technologies”, TMS Annual Meeting, March 2021, virtual. 

 
183. D. Thoma, M. Niezgoda, P. Nelaturu, Z. Islam, “High-throughput Design and Processing of 

MPEAs Using Additive Manufacturing, Materials Science & Technology 2021, Columbus, OH 
October, 2021.  
	

184. S.J. Fensin, D.R. Jones, D. T. Marinze, R.M. Martinez, D.J. Thoma, A.K. Agrawal, “Design of 
DamageResistant Materials Using Additive Manufacturing, ICAM 2021 (virtual) November, 
2021. 
 

185. B. Queylat, M. Moorehead, P. Nelaturu, Md. Elbakhshwan, D.J. Thoma, M. Bachhav, D. 
Morgan, A. Couet, “High Throughput Study of Hardening and Void Swelling in Ion 
Irradiated” Compositionally Complex Alloys" MINES 2021, Pittsburgh, PA November 2021 

 
186. S. Chaudhuri, D.J. Thoma, X. Yan, P.Nelaturu, T. Duong, “High-Throughput First-Principles 

Design and Screening of Additively Manufactured Corrosion-Resistant HEA” HEA 2021, 
Charlotte, NC, December 2021. 

 
187. B. Queylat, M. Moorehead, P. Nelaturu, Md. Elbakhshwan, D.J. Thoma, M. Bachhav, D. 

Morgan, A. Couet, “High Throughput Study of Hardening and Void Swelling in Ion Irradiated 
High Entropy Alloys” HEA 2021, Charlotte, NC, December 2021. 

 
188. M. Niezgoda, M. Moorehead, C. Zhang, A. Couet, D.J. Thoma, “High-Throughput Oxidation 

of Additively Manufactured Refractory High Entropy Alloys” HEA 2021, Charlotte, NC, 
December 2021. 

 
189. D.J. Thoma, A.S. Mangan, A.K. Agrawal, B. Rankouhi, Z. Islam, “Design of HEAs for 

Additive Manufacturing Using High-Throughput Methods” HEA 2021, Charlotte, NC, 
December 2021. 
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190. Y. Wang, B. Goh, P. Nelaturu, T. Duong, N. Hassan, R. David, M. Moorehead, S. Chaudhuri, 
A. Creuziger, J. Hattrick-Simpers, D.J. Thoma, K.  Sridharan, A. Couet, “High-throughput and 
Machine Learning Accelerated Discovery of Corrosion-resistant Alloy for Molten Salt 
Applications” HEA 2021, Charlotte, NC, December 2021. 

 
191. Saryu Fensin, David Jones, George Gray, Carl Trujillo, Daniel Martinez, Ankur Agrawal, Dan 

Thoma, “Design of Damage Resistance Materials Using Additive Manufacturing” TMS 
Annual Meeting 2022, Anaheim, CA. 

 
192. Bonita Goh, Yafei Wang, Will Doniger, Phalgun Nelaturu, Dan Thoma, Kumar Sridharan, 

Adrien Couet, “A Novel Cyclic Voltammetry-based Automated Mini-probe for In situ 
Corrosion Product Quantification during High-throughput HEA Corrosion Testing in Molten 
Salts” TMS Annual Meeting 2022, Anaheim, CA. 

 
193. Ankur Kumar Agrawal, Dan Thoma, “High-throughput Surface Characterization to Identify 

Processing Defect Boundaries in Additively Manufactured Materials” TMS Annual Meeting 
2022, Anaheim, CA. 

 
194. Yafei Wang, Bonita Goh, Phalgun Nelaturu, Thien Duong, Najlaa Hassan, Raphaelle David, 

Michael Moorehead, Santanu Chaudhuri, Jason Hattrick-Simpers, Dan Thoma, Kumar 
Sridharan, Adrien Couet, “High-throughput and Machine Learning Accelerated Discovery of 
Corrosion-resistant Alloy for Molten Salt Applications” TMS Annual Meeting 2022, 
Anaheim, CA. 

 
195. Phalgun Nelaturu, Jason Hattrick-Simpers, Michael Moorehead, Santanu Chaudhuri, Adrien 

Couet, Dan Thoma, “Rapid Design and Evaluation of Compositionally Complex Alloys by 
Combining Additive Manufacturing with Machine Learning Methods” TMS Annual Meeting 
2022, Anaheim, CA. 

 
196. Carter Francis, Janine Erickson; John Sunderland, Chengrong Cao, Dan Thoma, John 

Perepezko, Paul Voyles, “Structural Influences on Glass Forming Ability in Mg-Ni-Y” TMS 
Annual Meeting 2022, Anaheim, CA. 

 
197. Michael Moorehead, Benoit Queylat, Phalgun Nelaturu, Daniel Murray, Mukesh Bachhav, 

Dan Thoma, Dane Morgan, Adrien Couet, “High-throughput Ion Irradiation and 
Microstructural Characterization of Multi-principal element Alloys” TMS Annual Meeting 
2022, Anaheim, CA. 

 
198. Bonita Goh, Yafei Wang, Phalgun Nelaturu, Thien Duong, Dan Thoma, Jason Hattrick-

Simpers, Santanu Chaudhuri, Adrien Couet, “Random Forest Regressor Models for the 
Prediction of Novel” Alloy Corrosion Performance” TMS Annual Meeting 2022, Anaheim, 
CA. 

 
199. Alec Mangan, Dan Thoma, “Identifying Signatures of High Entropy Alloy Additive 

Manufacturing Using High Throughput Experiments” ETI Annual Workshop, Atlanta 
Georgia, March 29, 2022. 

 
200. Ankur Agrawal, Dan Thoma, “Surface Signatures of Additively Manufactured 316L Stainless 

Steel” ETI Annual Workshop, Atlanta Georgia, March 29, 2022. 
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201. Phalgun Nelaturu, Jason Hattrick-Simpers, Thien Duong, Michael Moorehead, Santanu 

Chauduri, Adrien Couet, Dan Thoma, “Accelerated HEA Development and Evaluation via 
Combined Approach of Additive Manufacturing, Machine Learning, and Thermodynamic 
Modeling,” ICME 2022, Reno, NV, 2022. 

 
202. Benoit Queylat, Michael Moorehead, Phalgun Nelaturu, Nathan Curtis, Dan Thoma, Mukesh 

Bacchav, Dane Morgan, Adrien Couet “High-throughput Study of Hardening and Void 
Swelling in Ion Irradiated High Entropy Alloys” ANS Annual Meeting, Anaheim, CA, 2022. 

 
203. Subodh Subedi, Dan Thoma, Krishnan Suresh, “Optimal Truss-Type Supports for Minimal 

Part Deformation in LPBF”, 2022 Annual International Solid Freeform Fabrication 
Symposium, Ustin TX, July 2022. 

 
204. Dan Thoma, Zahabul Islam, Phalgun Nelaturu, John Perepezko, Longfei Liu, “Build Height 

Control in Direced Energy Deposition”, IMAT 2022, New Orleans, LA, Sept. 2022. 
 
205. Alec Mangan, Dan Thoma, " High strain rate signatures of additively manufactured high 

entropy alloys" ETI Annual Workshop, Madison, WI, Feb. 2023. 
 
206. William Kunkel, Phalgun Nelaturu, Dan Thoma "Multi-scale feature prediction and signature 

identification for directed energy deposition" ETI Annual Workshop, Madison, WI, Feb, 2023 
 
207. William Kunkel, Phalgun Nelaturu, Dan Thoma "Multi-scale feature prediction and signature 

identification for directed energy deposition" CoDA Conference, Santa Fe, NM, March, 2023 
 
208. Nathan Curtis, Benoit Queylat, Michael Moorehead, Daniel Murray,Phalgun Nelaturu, Kim 

Kriewaldt, Bao-Phong Nguyen, Ryan Jacobs, MukeshBachhav, Dan Thoma, Dane Morgan, 
Adrien Couet, “High-Throughput Study of Ion Irradiation and Oxidation Responses in Multi-
Principal Element Alloys” TMS Annual Meeting, San Diego CA, March, 2023. 

 
209. A.S. Mangan, D.J. Thoma, “Predicting Materials Properties in Additive Manufacturing Using 

Acoustic Signatures and Machine Learning,” University Program Review 2023, Berkeley, CA. 
 
210. W. Kunkel, D.J. Thoma, “Multi-scale Processing-structure-property Relationships for 

Directed Energy Deposition,” University Program Review 2023, Berkeley, CA. 
 
211. A.S. Mangan, D.J. Thoma, “Predicting Materials Properties in Additive Manufacturing Using 

Acoustic Signatures and Machine Learning,” MS&T 2023, Columbus, OH. 
 
212. P. Faue, B. Rankouhi, D.J. Thoma, Frank Pfefferkorn, “Process Mapping of Fe-3.5Si 

Produced through Laser Powder Bed Fusion and Relevant Properties,” MS&T 2023, 
Columbus, OH. 

 
213. W. Kunkel, D.J. Thoma, “Multi-scale Processing-structure-property Relationships for 

Directed Energy Deposition,” MS&T 2023, Columbus, OH. 
 
214. C. Hatler, Z. Persha, J. Benkoski, D.J. Thoma, “Additive Manufacturing of Graded Tungsten 

Lattices for Radioactive Material Transport,” MS&T 2023, Columbus, OH. 
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215. D. Newman, P. Faue, FNU Nishanth, B. Rankouhi, F.E. Pfefferkorn, D.J. Thoma, E. 

Severson, “Solid High-Speed Synchronous Reluctance Rotor Enabled by Multi-Material 
Additive Manufacturing” 2023 IEEE Energy Conversion Congress and Exposition (ECCE), 
(2023). 

 
216.Alec Mangan, Dan Thoma, "Acoustic Signatures and Machine Learning in Additive 

Manufacturing”, ETI Workshop, Golden, CO February 2024. 
 
217.Will Kunkel, Dan Thoma, "Prediction of Optical Signatures and Their Influence on Part 

Performance: a Model System Using 316L Stainless Steel”, ETI Workshop, Golden, CO 
February 2024 

 
218. Nathan Curtis, Michael Moorehead, Mukesh Bachhav,  Phalgun Nelaturu,  Junliang Liu,  

Daniel Murray, Bao-Phong Nguyen, Nate Eklof, Dan Thoma, Haiming Wen, Dane Morgan, 
Adrien Couet, TMS Annual Meeting, Orlando, FL, March 2024 

 
219. John Perepezko, Dan Thoma, Longfei Liu, Fan Zhang, Liam Wood, Phalgun Nelaturu, “Alloy 

Designs and Manufacturing of High Temperature Mo-Si-B Alloys” TMS Annual Meeting, 
Orlando, FL, March, 2024. 

 
220. Janith Wanni, Dan Thoma, “High-Throughput Microstructure Design of Laser Powder Bed 

Fusion SS316L” TMS Annual Meeting, Orlando, FL, March, 2024. 
 
221. Benjamin Derby, Ankur Agrawal, David Jones, Reeju Pokharel, Daniel Martinez, Ramon 

Martinez, Dan Thoma, Saryu Fensin, “Spall Strength Sensitivity to Process Parameters in 
Additively Manufactured 316L Stainless Steel” TMS Annual Meeting, Orlando, FL, March, 
2024. 

 
222. Janith Wanni, Dan Thoma, “High-throughput Characterization and Process-Structure-Property 

Optimization of LPBF SS316L” Accelerating Discovery for Mechanical Behavior of 
Materials”, Cleveland, OH June 18, 2024 

 
223. Janith Wanni, Dan Thoma, “Utilizing Machine Learning to Generate Representative Euler 

Angles for Large EBSD Datasets” 2nd World Congress on Artificial Intelligence in Materials 
& Manufacturing (AIM 2024), Cleveland, OH, June 2024 

 
224. Alec Mangan, Dan Thoma, "Machine Learning for Acoustic Signatures Analysis  in Laser 

Powder Bed Fusion Additive Manufacturing”, UPR Meeting, College Station, TX, June 2024. 
 
225. Will Kunkel, Dan Thoma, "Prediction of Optical Signatures and Their Influence on Part 

Performance: a Model System for Additive Manufacturing Using 316L Stainless Steel”, UPR 
Meeting, College Station, TX, June 2024. 

 
226. Matthew Vigil, Dan Thoma, “Sputtering Yield As Structural and Compositional Signature In 

Refractory Complex Concentrated Alloys”, UPR Meeting, College Station, TX, June 2024. 
 
227. Subodh Subedi, Dan Thoma, Krishnan Suresh, “Part Deformation Constrained Multi-load 

Support Optimization for Laser Powder Bed Fusion”, 2024 Annulal International solid 
Freeform Farication Symposium, Austin, TX, August, 2024. 
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228. Alec Mangan, Y. Sun, D. Thoma, “Investigating the physical origins of acoustic signatures in 
metal additive manufacturing” ETI Annual Workshop, Atlanta, GA, Feb, 2025. 

 
229. Nafis Ul Haque, Behzad Rankouhi, Phalgun Nelaturu, Longfei Liu, Fan Zhang, John 

Perepezko, Dan Thoma, “Reactive Synthesis in Additive Manufacturing of an Ultrahigh-
Temperature Mo-Si-B Alloy, TMS Annual Meeting, Las Vegas, NV, March, 2025. 

 
230. Longfie Liu, Liam Wood, Phalgun Nelaturu, Dan Thoma, John Perepeko, “Microstructure and 

Mechanical Properties of a Mo-Si-B-Ti Alloy Manufactured by Laser Powder Bed Fusion”, 
TMS Annual Meeting, Las Vegas, NV, March, 2025. 

 
231. Janith Wanni, Curt Bronkhorst, Dan Thoma, Microstructure Evolution in Quenched and 

Tempered (Q&T) Low Carbon Steel Under High Strain Rate Shear Deformation”, TMS 
Annual Meeting, Las Vegas, NV, March, 2025. 

 
232. Curt Bronkhorst, Jack Rees, Janith Wanni, Dan Thoma, “Modeling the Physical Process of 

Adiabatic Shear Banding”, TMS Annual Meeting, Las Vegas, NV, March, 2025. 
 
233. Nathan Curtis, Michael Moorehead, Mukesh Bachhav, Benoit Queylat, Phalgun Nelature, 

Daniel Murray, Bao-Phong Nguyen, Nate Eklof, Zack Rielley, Dan Thoma, Dane Morgan, 
Adrien Couet, “Probing Irradiation Respons in CrFeMnNi Compositionally Comples Alloys 
Using High-throughput Methodology”, TMS Annual Meeting, Las Vegas, NV, March, 2025. 

 
234. Caleb Hatler, Matthew Vigil, Bohuan Sun, Enrique Martinez, Saryu Fensin, Osman El-

Atwani, Dan Thoma, “Additive Manufacturing via Directed Energy Deposition of WTaCrV 
and WTaHfCrV Regractory High Entrop Alloys for Plasma Facing Components”, TMS 
Annual Meeting, Las Vegas, NV, March, 2025. 

 
235. William Kunkel, Dan Thoma, “Microstructural Control in Directed Energy Deposition:  In 

situ Layer Thickness Control and Analytical Modeling With 316L Stainless Steel”, TMS 
Annual Meeting, Las Vegas, NV, March, 2025. 
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Abstracts of Past Research 
 

Microstructural Development in NbCr2-Based Alloys  
Ph.D. Thesis, Univ. of Wisconsin-Madison 9/88 - 5/92 
Advisor:  J.H. Perepezko 

 
The microstructural development and phase stability of monolithic and composite 

structures  based on the NbCr2 Laves phase have been evaluated with various solidification 
processing techniques  and thermal treatments. For equilibrium phase relationships in the Nb-Cr 
system, the results from a series of microstructural investigations, heat treatments, x-ray 
diffraction, and compositional analyses provide a basis to modify previously reported solubility 
limits and phase boundaries. In the Nb-Cr-Ti system, the phase formation and solubility limits 
were evaluated at 950°C through the study of a tri-junction ternary diffusion couple consisting of 
pure component elements. The established phase equilibria permits a detailed analysis of the 
microstructural evolutions during conventional solidification processing and thermal treatments. 
In addition, the defined equilibrium phase stabilities and relationships delineate a thermodynamic 
and structural gauge in predicting and defining the metastable phase development. For example, 
thermodynamic and kinetic methodologies to optimize a precursor metastable disordered phase 
have been developed, and additions of bcc stabilizing elements such as Nb, Cr, and Ti to the NbCr2 

intermetallic compound have demonstrated different extents of primary metastable bcc phase 
development in rapidly solidified samples which result from increased thermodynamic driving 
forces for the disordered metastable bcc phase and the kinetic nucleation and growth limitation of 
the ordered equilibrium Laves phase. Moreover, from the precursor microstructures, the definition 
and optimization  of the microstructural features for enhanced mechanical properties in equilibrium 
Laves/bcc phase intermetallic matrix composites have been identified. 

 
 

Structural Evolutions in the Drop Tube Processing of Fe-Ni Alloys 
M.S. Thesis, Univ. of Wisconsin-
Madison 7/86 - 8/88 
Advisor:  J.H. Perepezko 

 
The microstructural development associated with solidification in undercooled Fe-Ni 

alloys has been reported to follow various pathways, with apparent dissimilarities existing as a 
function of sample size and processing environment. In order to identify the possible 
microstructural transitions and pathways, a systematic evaluation on the microstructural evolution 
in undercooled Fe-Ni alloys was performed on samples covering seven orders of magnitude in 
volume. Drop tube processing is a containerless solidification technique which promotes liquid 
undercooling through the elimination of potent, heterogeneous, nucleation sites associated with 
crucible walls.  At  appropriate  undercooling levels, alternate solidification pathways become 
thermodynamically feasible and metastable product structures can result from the operation of 
competitive solidification kinetics. For thermal history evaluation, a heat flow analysis was applied 
to Fe-15wt% Ni and Fe-20wt% Ni large particles (1-3 mm)  to predict undercooling potential. 
Alloy  powders (10-100 µm), with large liquid undercoolings, were  then studied under various 
compositions (10, 15, 20, 25, and 30 wt.% Ni) and processing conditions which affect the 
solidification kinetics and microstructural evolution, including fcc/bcc phase selection and the 
solid state stability of the retained metastable bcc phase. The identification of microstructural 
transitions with controlled variations in sample size and composition during containerless 
solidification processing was used to develop a microstructure map which delineates regimes of 
structural evolutions. 
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Process Parameter Effects on Melt Spun Ag-Cu 
NASA-Lewis Research Center in Cleveland, OH and Univ. of Cincinnati in 
Cincinnati, OH 1/85 - 6/86 
Advisors: H. Gray, T.K. Glasgow, and S. Tewari at NASA; and N. Jayaraman at U.C. 

 
Process parameters in Chill Block Melt Spinning (CBMS) play an important role in product 

formation during rapid solidification. Wheel speed and melt superheat variations were examined 
in terms of ribbon dimensions and microstructures of Ag-19 wt.% Cu melt spun under high vacuum 
conditions. The ribbon thickness varied linearly with (solidification time)0.5, and the solidification 
rate increased with increasing wheel speed. The solidification microstructures initiated with a fine, 
equiaxed, two phase morphology on the wheel side that developed into a directional growth. 
Examination of serial sections parallel to the wheel side revealed a helical two-phase growth 
pattern in the mid-thickness of the ribbon which subsequently adopted a mixed cellular/dendritic 
solidification mode. The helical morphology appears to be related to the morphological instability 
associated with a banded microstructure. Near the free surface an equiaxed microstructure again 
developed due to dendritic fragmentation induced by melt shear flow. Wheel speed and melt 
superheat affected the extent of the different microstructures. Through control of processing 
parameters under high vacuum conditions in CBMS, a degree of control on ribbon dimensions and 
structural development has been achieved. 

 
 
Gravity Effects on Pb-Sn Dendrite 

Morphology NASA-Lewis 
Research Center 
6/84 - 9/84 
Advisors:  H. Gray, E. Winsa, and V. Laxmanan 

 
Ground-based, preliminary studies are required to establish a framework with which to 

compare microgravity experiments to be performed on the Space Shuttle. A gradient furnace was 
constructed to "quench-in" dendrite/liquid interfaces of Pb-15wt.% Sn for dendrite morphology 
analysis. Fraction solid calculations were compared with metallographic and microprobe 
investigations on solidification processed samples to establish an experimental correlation with 
theoretical predictions.  With the terrestrial baseline of data, a Space Shuttle experiment was 
supervised by Dr. V. Laxmanan. 

 
 
Interaction of High-Cycle and Low-Cycle Fatigue of Haynes 188 Alloy at 

1400°F NASA-Lewis Research Center 
6/83 - 9/83 and 1/84 - 3/84 
Advisors:  P. Bizon, M. Hirschberg, and G. Halford 

 
The interaction of low-cycle fatigue (LCF) and high-cycle fatigue (HCF) was evaluated on 

Haynes 188 alloy at 1400°F. Completely reversed, axial-load, strain-controlled fatigue tests were 
performed to determine the baseline data for this study. Additional specimens for interaction tests 
were cycled first at a high strain range for various small portions of expected LCF life followed 
by a step change to a low strain range to failure in HCF.  Failure was defined as complete specimen 
separation.   The resultant lives varied between 10 and 5000 cycles for the low-cycle fatigue tests 
and between 4500 and 3 million for the high-cycle fatigue tests. For the interaction tests the low-
cycle life portion ranged from 30 and 100 applied cycles while the high-frequency life ranged from 
300 and 300,000 cycles to failure.  The step change results showed a significant nonlinear 
interaction in expected life.  Application  of a small part of the LCF life drastically decreased the 
available HCF life as compared with what would have been expected by classical linear damage 
rule (LDR). 
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The nonlinear cumulative damage rule proposed by Manson and Halford in 1981 and 
referred to as the "damage curve approach (DCA)" predicted the trends of the results. However, 
the presently observed interactions were more severe than anticipated, implying that the single 
universalized constant  in the DCA has a different value than found for previous materials tested. 
A fractographic study of failed specimens showed that the fracture surfaces from interaction tests 
appeared to be essentially the same as surfaces from specimens tested in HCF only: the LCF 
portion of the cycling was not distinguishable on the interaction fracture surfaces. 

 
 
Thermal Fatigue of TAZ-8A Alloy and Sixteen Alloy 

Variations NASA-Lewis Research Center 
6/83 - 9/83 and 1/84 - 3/84 
Advisor:  P. Bizon 

 
A microstructural and statistical investigation was performed on the thermal fatigue 

behavior of a NASA developed alloy, TAZ-8A, and sixteen alloy variations. The systems 
investigated included alloy TAZ-8A and alloy variations consisting of a unique composition with 
an alteration in the percentage of carbon, molybdenum, tungsten, niobium, tantalum or boron. 
Double-edge wedge specimens of these alloys were cycled between fluidized beds maintained at 
1088°C and 316°C with a 180 s immersion in each bed. Only carbon alloy variations survived 
3500 cycles without cracking in the small radius, although substantial cracks were present, 
emanating from the end notches which were used for holding  the specimens. Refined 
microstructural features resulting from the presence of carbides were defined as the dominant 
influencing variable in extending the thermal fatigue life in the TAZ-8A alloy variation. 

 
 
Metallurgical Investigation of a TF-34 Engine Compressor 

Failure NASA-Lewis Research Center 
6/83 - 9/83 
Co-worker:  P. Bizon 

 
Failure of the compressor section of a TF-34 aircraft gas turbine engine occurred during 

an evaluation of non-recoverable stall characteristics. The results of the metallurgical 
investigation revealed that the cause of the failure was ingestion of a foreign object and that this 
object was #8 cadmium plated screw. This conclusion was based on the analysis of one piece of 
debris, found in the exhaust ducting,  that was identified as the head of a #8 cadmium plated 
screw. Energy dispersive analysis of x-rays  showed that the #8 screw head had been exposed to 
impact from a titanium material object (compressor blades and vanes) and high temperatures. 
Furthermore, several areas of impact damage to compressor stage 6 blades and vanes were of a 
form that fit both the shape of a #8 screw head and screw thread. (NASA Special Achievement 
Award for outstanding service:  D. Thoma & P. Bizon) 
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Los Alamos National Laboratory Projects 
 
Beryllium Target Fabrication for Inertial Confinement Fusion (ICF) 

P.I. - Dan J. Thoma 
FY95-FY97, $350K per year 

 
The objective of the program was to field a beryllium-base inertial confinement fusion 

(ICF) capsule for the National Ignition Facility (NIF). This capsule must have dimensions on the 
order of 2 mm in diameter with a 100 µm wall thickness, and the target must have a 
deuterium/tritium (DT) mix totaling approximately 300 atm.  Beryllium was chosen because of its 
low atomic number, high strength, and  good thermal conductivity. These features are important 
because of the implosion physics, the fidelity of gas retention at room temperature, and smooth 
layering of DT ice for uniform implosion, respectively. Alloying elements were explored for slight 
modifications of the atomic number. 

 

Bulk Amorphous Alloys 
P.I.’s - Dan J. Thoma, Loren A. Jacobson, and Richard 
Rhorer FY95, $120K 

 
A five component amorphous alloy incorporating beryllium has been developed by Prof. 

W.A. Johnson at CalTech. The critical cooling rate of this alloy for bypassing the crystallization 
kinetics is on the order of 2 K/s. The goal of this project was to evaluate the processing capabilities 
of this alloy. For example, we were the first to arc-cast 200 gram amorphous ingots, and the ability 
to form and machine this alloy was investigated. The ability to cast such large amorphous ingots 
in 1995 was the major thrust behind this growing topical area. The beryllium arc-melter that I 
developed was the sole reason for the initial success of this program. 

 
 
Solidification Behavior and Alloy Development in Directed Light 

Fabrication P.I.’s - Gary K. Lewis and Dan J. Thoma 
FY95-FY97, $100K per year 

 
Directed light fabrication (DLF) (developed by G.K. Lewis) is a rapid prototyping process 

that fuses gas delivered metal powders within a focal zone of a laser beam to produce 3-
dimensional metal components. The focal zone of the laser beam is programmed to move along or 
across a part cross- section, and coupled with a multi-axis sample stage, complex metal geometries 
can be produced. The DLF technique offers unique advantages over conventional 
thermomechanical processes in that many labor and equipment intensive steps can be avoided. For 
example, typical processing of metals into  desired shapes and assemblies involves casting and 
metal forming (rolling, stamping, forging extrusion) followed by machining and joining 
operations. The DLF process yields a final geometry from a single piece of equipment and the 
appropriate software control. 

Since DLF processing offers unique capabilities and advantages for rapid prototyping of 
complex metal components, an examination of the microstructural development is required to 
define and optimize the process. The intent of this study was to address the solidification behavior 
during DLF processing to characterize the technique. In addition, the capability to produce 
advanced materials through alloy design was evaluated. Solidification modeling and multi-
component phase equilibria calculations were used to achieve these goals. 
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Theory and Design of Monolithic and Dual Phase Alloys Based on Laves Phases 
P.I. - Dan J. Thoma 
FY96-FY02, $550K per year 

 
Laves phases are the most abundant yet least utilized intermetallic phase. Because of some  

unique properties, including superconductivity, magnetic properties, hydrogen storage 
characteristics, high melting temperatures, high strength, reasonable oxidation resistance, and 
excellent creep properties, they have unusually high potential for a wide variety of applications 
that are directly related to energy sciences. Unfortunately, this potential has not been exploited, 
largely because of their tendency for low temperature brittleness. However, continued advances 
are being made in improving Laves phase toughness and ductility through the following three 
approaches: (1) understanding the defect structure  and deformation mechanisms in Laves phases; 
(2) electronic and geometric contributions to phase stability and alloying behavior; and (3) dual 
phase (Laves/bcc) structures. Based upon our advances, we pursued a scientific focus on 
experimental and theoretical alloy design methodologies in order to  elucidate and optimize 
deformation mechanisms as a function of defect structure. Our results provided a fundamental 
methodology—from the atomic to bulk scale—that improved the low temperature ductility and 
toughness of Laves phases. 

 
 
Alloy Synthesis and Characterization of Dilute Palladium Alloys for Hydrogen Storage 

P.I. - Dan J. Thoma 
FY95-FY00, $450K per year 

 
Palladium serves as an optimum basis for hydrogen storage because it displays fast 

hydrogen interchange kinetics near ambient temperatures, does not structurally degrade with time, 
and can be processed with low interstitial impurity content. The goal of the research was to tailor 
the hydrogen response (e.g., plateau pressure, hydrogen to metal ratio, and interchange kinetics) 
of Pd with dilute alloying additions. To synthesize the alloy, melt-spinning was used to produce 
compositionally uniform product with a high surface area to volume ratio. Process optimization 
studies were performed using fluid/heat flow simulations and solidification modeling. Alloy 
characterization included metallographic studies, in situ hydrogen cycling in a TEM, and gas/solid 
thermodynamics and kinetics studies. The latter was performed with the construction and use of a 
Sievert’s apparatus that measured gas overpressure as a function of time/temperature. 

 
 
Solid-State Phase Transformations in Dilute Uranium Alloys 

P.I. - Dan J. Thoma 
FY95-FY99, $350K per year 

 
The goal of the project was to determine the effects of composition and thermal history 

(heat- treatment, temperature phase file, and cooling rate) on the transformation temperatures and 
the resulting microstructures (i.e., grain size and phase distribution) in dilute uranium alloys. An 
alloy  matrix  consisted of elemental additions to uranium that were potential carbide formers.  The  
phase transformation analyses were evaluated with continuous cooling experiments in a quench 
dilatometer. Samples were cooled from the gamma phase field (~950°C), and cooling rates varied 
from 0.1 to 1000°C/s. Kinetic evaluations, microstructural evaluations, continuous cooling 
transformation (CCT) curve construction, and microstructure map determinations were performed 
and optimized with thermodynamic phase diagram calculations. As a result of defining the 
microstructural evolution as a function of thermal history, performance and aging responses of the 
alloys were evaluated. 
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Uranium Corrosion and Aging 

P.I.’s - Dan J. Thoma and Robert J. 
Hanrahan FY96-FY99, $400K per year 

 
Over time, hydrogen and hydrocarbons affect the physical properties of uranium. In this  

program, three undefined aspects of the aging response were evaluated: (1) surface reaction 
kinetics as a function of texture, (2) hydrogen effect on microstructure and bulk swelling, and (3) 
bulk dynamic mechanical properties.  The specific tasks associated with these efforts were: 
1. Measure rates of general corrosion, selective attack, and hydrogen permeation as a 
function of texture and environment. 
2. Dilatometry studies on swelling and quenching kinetics. 
3. High/low strain-rate testing of select dilatometer specimens. 
By exploring these efforts in a combined evaluation, a kinetic reaction timeline coupled with the 
material property was investigated. 

 
 
Beryllide Reaction Kinetics 

P.I.’s - Dan J. Thoma, Robert J. Hanrahan and Loren A. 
Jacobson FY95-FY98, $150K per year 

 
Many molten actinide metals react with Be to form a high melting temperature beryllide 

(MBe13, M=actinide). The reaction kinetics (under various surface area to volume ratios), structural 
integrity, and phase equilibria of these systems were defined. Characterization techniques included 
diffusion studies, phase diagram determinations, and single crystal beryllide synthesis and 
characterization. 

 
 
Evaluation of Microstructural Development in Beryllium Weldments 

P.I. - Dan J. Thoma 
FY97-FY01, $150K per year 

 
The goal of the study was to evaluate microstructural evolutions in weld material. 

Specifically, with liquid undercoolings during the weld process, alternate solidification pathways 
are possible that affect the strength, corrosion, and aging characteristics of a weld. Therefore, the 
phase relationships, stability, metastable equilibria, and morphologies were evaluated in Al-Be-Si. 
As an initial test case (for experimental safety reasons), Al-Si eutectic samples were evaluated. 
With the establishment of Al-Si baselines, Be additions were evaluated in both laboratory and 
production samples. Microstructural consistency was achieved in the laboratory samples as 
compared to the manufactured product. As a  result, thermophysical and mechanical properties 
were defined to simulate the manufacturing and constitutive response of the alloy. Wide ranges of 
temperature response and static vs. dynamic properties were characterized. 
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Shock Loading of Beryllium Single Crystals Using the TRIDENT 

Laser P.I.’s - Dan J. Thoma, Allen Hauer 
FY98-FY00, $150K per year 

 
The objective of this facet of the Inertial Confinement Fusion Program is to develop alloy  

samples for Equation of State studies. Recent efforts have focused on static properties of Be single  
crystals as a function of pressure and temperature using a variety of tools including diamond anvil 
cells and resonant ultrasound spectroscopy. Future dynamic experiments will center upon pulse-
shock tests performed on the TRIDENT laser. The dynamic tests will be characterized with 
transient diffraction techniques coupled with optical in situ diagnostics. Transmission electron 
microscopy was used for post mordem evaluations. 

 
 
Microstructural Control of High-Temperature in situ Composites Using Directed Light 
Fabrication (DLF) 

P.I. Dan J. Thoma 
FY98, $180K per 
year 

 
The goal of the proposed research is two-fold in that there is a scientific benefit as well as 

a technological impact. The scientific thrust is to fundamentally define eutectic solidification at 
rates never before achieved in bulk components. Although eutectic solidification is the topic of 
many research programs, no studies have been able to study the bulk microstructural development 
at the growth velocities defined in DLF processing. The technological impact of this effort resides 
in the refinement of the microstructural evolution in refractory materials. Composite structures can 
be tailored so that enhanced properties can be realized in systems typically dictated by the heat 
flow constraints associated with containment of high-melting temperature alloys. In fact, the 
ultimate goal is to achieve a three  decade old endeavor to capitalize on the novel properties 
associated with rapid solidification. Only with DLF can this effort be realized in bulk forms for 
refractory alloys. 

 
 

Bulk Rapid Solidification 
P.I.  Dan J. Thoma 
FY99-FY01, $200K per year 

 
Directed light fabrication is a fabrication process that fuses gas delivered metal powders 

within a focal zone of a laser beam to produce fully dense, near-net shape, 3-dimensional metal 
components from a computer generated solid model. Moreover, owing to the flexibility in power 
distributions of lasers, a variety of materials were processed, ranging from aluminum alloys to 
tungsten, and including intermetallics such as Mo5Si3 and NiAl. Upon examination of the 
microstructures generated with DLF processing, the microstructural features were significantly 
refined over any other conventional solidification process. Using secondary dendrite arm spacing 
in the processed material, we have demonstrated that the cooling rates are in the regime classified 
as rapid solidification. This study (1) experimentally and theoretically determined the 
solidification behavior, and (2) realized the unique advantages associated in rapidly solidified 
bulk product. In short, we achieved the "holy grail" of a 30 year international research effort. 
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Hydrogen Storage in Intermetallics 
P.I.  Dan J. Thoma 
FY99-FY01, $200K per year 

 
Methodologies for designing complex intermetallic alloys useful in hydrogen storage 

applications had not existed. As a result, trial-and-error approaches were typically used, severely 
limiting the goal to achieve light-weight materials with large hydrogen to metal atom ratios. We 
developed a methodology using (1) geometric models (for hydrogen site accommodation) and (2) 
electronic structure calculations (for available electronic state occupancy) on a class of 
intermetallic phases to develop new strategies in optimizing the capacity for hydrogen storage. 
The addressed a fundamental and unresolved question in a variety of Engineering Sciences: what 
are a priori methods for predicting hydrogen capacities in an engineering product? The 
development of new models (known in simpler forms to have an influence on hydrogen storage 
capability) provided an enabling strategy for design of chemical species without numerous 
experimental evaluations. 

 
 

Time Resolved Study of Martensitic Phase Transformations 
P.I.  Dan J. Thoma 
FY00-FY02, $200K per year 

 
We applied a new experimental method - laser based materials measurements (such as 

transient x- ray diffraction) - to a problem of fundamental scientific interest: martensitic 
transformations in solids. 
Martensite reactions are a type of solid-state phase transformation that occur via a shear distortion 
of a crystal lattice. The research addressed a fundamental and unresolved question in Materials 
Science: what are the nucleation mechanisms and kinetics in the martensitic (displacive) 
transformation? The production of ultra-fast tensile pulses with laser generated shocks (on the 
Los Alamos Trident laser) enabled probing of the material on a time and stress scale not heretofore 
accessible by other experimental methods. A variety of martensitic structures were investigated, 
but focused on shape-memory alloys such as NiTi, AuZn, and U-6wt.%Nb. Novel features of 
dynamic pressure effects were defined in these systems, including charge density wave 
transitions, pressure/temperature critical points, and first order phase transitions with second order 
characteristics. 

 
 
Pu Dilatometry and Phase Stability 

P.I. – Dan J. Thoma 
FY00-FY01, $300K per year 

 
This program studied the relevant aging mechanisms affecting phase stability in Pu alloys. 

To accomplish this task, dilatometry was used as a sensitive guide to microstructural evolutions as 
a function of time. The initial boundary conditions were explored by analyzing Continuous Cooling 
Transformation (CCT) curves and comparing the experimental results to thermodynamic/kinetic 
models. In addition, Isothermal Transformation (IT) curves were used to determine phase stability 
at constant temperatures. 
Both studies required the fabrication of a highly sensitive dilatometer (with nm resolution). With 
“virgin” material baselines, the aging changes were explored to evaluate lifetime predictions of 
the material. The aged material showed distinct changes in thermodynamic and kinetic phase 
stability, allowing models to be formulated. 
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Evaluation of Beryllium Brazing Cycles 
P.I. – Dan J. Thoma 
FY00-FY02, $150K per year 

 
Braze cycles that bond Be to Monel have been investigated using in situ dilatometry and 

microstructural characterization. Commercial brazing environments can yield temperature and 
time deviations, resulting in uncertainty boundaries of the interfacial reaction product. Controlled 
experiments monitored length changes as a function of the process parameters. Brazing reactions 
could be kinetically evaluated and characterized in post mordem investigations. This effort led to 
tighter controls of the industrial practice. 

 
 
Characterization of Uranium and U-Nb 

P.I. - Dan J. Thoma 
FY00-FY03, $1M per year 

 
The goal of this program fundamentally explores the microstructural evolution during 

processing and how these microstructures affect performance. This has required a detailed 
understanding of the thermodynamic boundary conditions and the kinetic constraints affecting the 
performance variable. Our basic methodology is simple: the thermomechanical processing history 
dictates the starting microstructure, and the starting microstructure is the baseline from which 
aging and performance can be evaluated. 

In the past, we have focused our progress in uranium on the role of impurities (i.e., carbon 
and hydrogen). We now have clear evidence of how carbon evolves in a microstructure. We have 
also extended our knowledge in quantifying the role of carbon, and we have defined certain 
aspects of hydrogen evolution and hydride formation. Quantification under different conditions is 
a required goal. The role of other impurities has been initiated. 

In addition to “pure” uranium, we have explored the stability of uranium-niobium alloys. 
We have quantified segregation, how it thermodynamically evolves, and how niobium content 
influences phase stability. We have also noted that the coupling of impurities STRONGLY affects 
the phase stability, but as of yet, this effect has not been quantified. 

Finally, this program has evolved into an effort to determine how uranium and uranium 
alloys change as a function of time, temperature, composition, and environment (e.g., how the 
material ages). This task provides data and understanding used in decision-making processes 
associated with stockpile material utilization. Specifically, we address aging phase stability and 
the corresponding change in design property requirements, and offer models for predictive 
capability. 

 

ICF Be Capsule Development 
P.I. - Dan J. Thoma 
FY01-FY03, $1.2 M per year 

 
The goal of this program is to fabricate beryllium capsules for ignition at NIF.  In order to 

achieve this long term task within Campaign 10, our specific efforts revolve around beryllium 
capsules because Be has the best ablator characteristics in simulations, Be has the potential to hold 
DT fill pressure and be transported warm, and DT ice layering is facilitated by the high thermal 
conductivity of Be. Our fabrication focus for the Be capsule is basically four-fold: develop the 
alloy with appropriated mictrostructures, join and fill the capsule, define machining and polishing 
procedures, and perform ablator work.  Specifically, these four activities include…. 
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Binary Be alloy development: 
1) Processing of Be-Cu 
2) Fundamental properties of Be-Cu alloys 
3) Grain refinement techniques 
4) Grain growth kinetics 

This task involved the development and control of mictrostructures within NIF 
specifications. 

The majority of the work consisted of arc-casting, ECAE processing for grain refinement, 
recrystallization, and grain growth. Processing and characterization techniques were used to 
develop activation energy maps to establish production windows that yield optimum material for 
NIF. 

 
Beryllium alloy joining and filling: 

1) Bonding/brazing studies 
2) Characterization of bonds 
3) Burst tests of bonds 

This task involves the ability to bond alloys together for desired strengths in a NIF capsule. 
The bonding procedures hinge upon the previous task in that thermal cycles will be required to 
achieve bonding, and microstructural control is needed. The majority of the focus will center upon 
the utilization of sputter-deposited brazes. 

 
Beryllium alloy machining and polishing: 

1) Polishing specifications 
2) Mode Roughness 

This task was a finalization and reporting of past studies on surface roughness 
attainable in polishing procedures.  The final achieved goal was a nanometer finish for 
performance optimization. 

 
Ablator Work: 

1) Sample Production 
2) Sample Characterization 

This task involved the first task and careful characterization of samples to be used in 
evaluating the role of microstructural variations in shock propagation during ablation. 

 
 

Hydro Materials Characterization 
P.I. – David F. Teter and Dan J. Thoma 
FY02-FY03, $300K per year 

 
The goal of this activity is to characterize the processing of wrought depleted uranium. 

Ultimately, we aim to bracket the materials properties that might be achievable for material 
processed for the Hydro program. This includes characterization of as rolled plates, recrystallized 
plates and final as- formed parts. This program is motivated by the anisotropy of the material that 
gives rise to location dependent properties. In particular, the three dimensional constitutive 
response defines a confidence  range from which product performance can be reliably predicted. 
Moreover, the anisotropy developed during manufacturing imparts distortion in final assembly. 
The physical mechanisms that yield the uncertainties are being characterized and defined. 
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Materials Design Institute 

P.I. – Dan J. Thoma, Director  
FY05-FY13, $2M per year 

 
The Materials Design Institute at Los Alamos National Laboratory is the primary source 

for educating, recruiting, and retaining the essential skills that are critical for materials design and 
development needs. The Institute, as part of an ensemble of Integrated Institutes, will evaluate a 
streamlined process for rapidly maturing materials requirements with state-of-the-art technology 
and practices. The Institute will also provide a focal point of materials expertise, knowledge, and 
information dissemination to foster integration and collaboration among the materials science and 
engineering community. Materials issues are interwoven in programmatic activities at LANL, and 
the ability to develop the essential skills in the implementation of material requirements will 
connect the generation of materials data with performance objectives. The Institute will create 
educational programs at various levels: summer sessions, degree programs at the Masters and 
Ph.D. levels, professional short courses for current staff, and an active seminar/workshop series 
that will disseminate capabilities, practices, and understandings of materials to capitalize on the 
multi-disciplinary materials workforce requirements. 
Also, individual projects (as defined by Associate Directors and LANL’s Executive Board) on 
fostering materials futures (such as characterization, integrated performance, responsive 
infrastructure, etc.) will be performed. Initially, three competency areas are being developed: 3D 
microscopy, functional materials (active sensors), and crystal synthesis. Activities will be 
coordinated through laboratory councils and external reviews. 
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University of Wisconsin-Madison Projects 
 
PAST PROJECTS 
Title:  Metal Powder Bed 3D Printing 
Sponsor: WARF2020 Accelerator Fund - $500,000 
PI: Dan Thoma (UW-PI) {many other faculty, Co-PI} 
Level of Support – equipmnet 
Duration: 10/01/2017 - 9/31/2020 
 
Title:  High-Throughput Design of Metallic Glasses with Physically Motivated Descriptors 
Sponsor: NSF-DMREF Award 1728933 - $1,200,000 
PI: Dane Morgan (UW, PI), Dan Thoma (UW, co-PI),  Paul Voyles (UW, co-PI), John Perepezko 
(UW, co-PI), Izabela Szulfarska (UW, co-PI) 
Level of Support – D. Thoma, 0 mo/yr (student support) 
Duration: 10/01/2017 - 9/31/2020 
 
Title:  Improving Patentability of Laser-Based Additive Manufacturing of Graded Interfacial Bond 
in Heterogenous Materials 
Sponsor: Draper TIF $49,910 
PI: Frank Pfefferkorn (UW, PI) Dan Thoma  
Level of Support – D. Thoma, 0 mo/yr (student support) 
Duration: 07/01/2019 to 06/30/2020 
 
Title:  High Throughput Materials Characterizations and Irradiation Capabilities for the 
Development of High Entropy Alloys in Nuclear Applications (Funded)  
Sponsor: DOE-NE Infrastructure NEUP - $211,294  
PI:  Douglas Henderson (UW, PI), Adrien Couet (UW, co-PI), Mohamed Elbakhshwan (UW, co-
PI), Kumar Sridharan (UW, co-PI), Dan Thoma (UW, co-PI)  
Level of Support:  equipment proposal  
Duration: 10/1/2019 to 9/30/2020   
 
Title:  High-Throughput Design of Metallic Glasses with Physically Motivated Descriptors 
Sponsor: NSF-DMREF Award 1728933 Extension - $100,000 
PI: Dane Morgan (UW, PI), Dan Thoma (UW, co-PI),  Paul Voyles (UW, co-PI), John Perepezko 
(UW, co-PI), Izabela Szulfarska (UW, co-PI) 
Level of Support – D. Thoma, 0 mo/yr (student support) 
Duration: 10/01/2019 to 3/31/2021 
 
Title:  ICME-based design of Mg alloys for additively manufactured structures 
Sponsor: DoD STTR Award 1728933 - $140,000 
PI: Amit Behera (Questek, PI), Dan Thoma (UW, co-PI) Michele Manuel (UF, Co-PI) 
Level of Support: D. Thoma, 0.12 mo/yr  
Duration: 11/01/2020 - 10/31/2021 
 
Title:  Design and Development of Multi-metal Additive Manufacturing System  
Sponsor: WARF Accelerator -  $101,318 
PI: Frank Pfefferkorn (UW, PI), Dan Thoma (UW, co-PI)  
Level of Support: NA 
Duration: 08/01/2020 – 07/31/2021 
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Title:  Accelerated Materials Design for Molten Salt Technologies Using Innovative High-
Throughput Methods  
Sponsor: ARPA-E Award No. DE-AR0001858 - $1,861,820 
PI: Adrien Couet (UW, PI), Dan Thoma (UW, co-PI), Kumar Sridharan (UW, co-PI), Dimitris 
Papailiopoulos (UW, co-PI), Santanu Chaudhuri (ANL, co-PI), Jason Hattrick-Simpers (NIST, co-PI) 
Level of support: D. Thoma, 0.3 mo/yr 
Duration: 2/01/2019 to 1/31/2022 
 
Title: Consortium for Enabling Technologies and Innovations 
Sponsor: DOE-NNSA for DE-FOA-001875j - $25,000,000 
PI: Anna Erickson, (GTI, PI) many co-PI’s 
Level of Support to Co-PI – Dan Thoma, 0.5 mo/yr ($700,000) 
Duration: 6/2019 to 5/2024 
 
Title:  Additive Manufactured Super-Critical CO2 Heat to Power Solution 
Sponsor: DOE EERE AMO - $3,830,000 
PI: Dan Thoma (UW, PI), Bruce Behoff (UW), Greg Nellis (UW), Mark Anderson (UW), Eric 
Severson (UW), Ram Ranjan (RTRC) 
Level of Support: D. Thoma, 0.5 mo/year 
Duration: 06/01/2020 to 05/31/2023 
 
Title: Topology Optimization Applied to Additive Manufactured Heat Exchangers 
Sponsor:  NSF - $550,000 
PI: Xiaoping Qian (UW, PI), Greg Nellis (UW, Co-PI), Dan Thoma (UW, Co-PI), James Nash 
(UW, Co-PI) 
Level of Support: D. Thoma, 0.125 mo/year  
Duration: 07/01/2020 to 06/30/2023 
 
Title: Multi-Physics Topology Optimization and Additive Manufaturing for High-Temperature 
Heat Exchangers 
Sponsor: DOE ARPA-E - $541,500 
PI: Xiaoping Qian (UW, PI), Dan Thoma (UW, Co-PI), Greg Nellis (UW, Co-PI), Mark Anderson 
(UW, Co-PI) 
Level of Support: D. Thoma, 0.25 mo/yr 
Duration: 07/01/2020 to 06/30/2021 
 
Title:  Machine Learning on High-Throughput Databases of Irradiation Response and Corrosion 
Properties of Selected Compositionally Complex Alloys for Structural Nuclear Materials 
Sponsor: NSUF/NMDQI - $500,000 
PI: Dane Morgan (UW, PI), Adrien Couet (UW, Co-PI), Dan Thoma (UW, Co-PI) 
Level of Support: D. Thoma, 0.1 mo/year + supplies 
Duration: 08/01/2020 to 07/31/2023 
 
Title: Additive Manufacturing of Ultrahigh Temperature Refractory Metal Alloys 
Sponsor: ARPA-E  - $2,955,321 
PI: John H. Perepezko, (UW-PI), Dan Thoma (UW, Co-PI), Lawrence Marks (NU, Co-PI, Fan 
(Computherm, Co-PI) 
Level of Support: D. Thoma, 0.5 mo/yr 
Duration: 01/01/2021 to 07/01/2024 
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Title: Achieving Alloy Compositions Conducive to Additive Manufacturing through Utilization of 
Enhanced Versions of a Statistical Fatigue Life Model 
Sponsor: DoD SBIR - $239,998 
PI: Baldur Steingrimsson (PI, Imagars), Dan Thoma (UW, Co-PI), Peter Liaw (University of 
Tennessee, Knoxville, Co-PI) 
Level of Support: D. Thoma, 0.10 mo/yr 
Duration: 07/01/2021 to 06/30/2022 
 
Title: Multi-Metal Additive Manufacturing of Electric Motors 
Sponsor: D2P SEED - $100,000 
PI: Frank Pfefferkorn (UW, PI), Dan Thoma (UW, Co-PI), Eric Severson (UW, Co-PI) 
Level of Support: NA 
Duration: 07/01/2021 to 06/30/2022 
 
Title: Multi-material Additive Manufacturing of Electric Motors 
Sponsor: University of Wisconsin Research Forward - $470,876 
PI: Frank Pfefferkorn (UW, PI), Dan Thoma (UW, Co-PI), Eric Severson (UW, Co-PI) 
Level of Support: D. Thoma, (0.5 mo/yr) 
Duration: 07/01/22 to 06/30/24 
 
Title: Advanced Manufacturing of High-Entropy Alloys as Cost-Effective Plasma Facing 
Components for Fusion Power Generation  
Sponsor: ARPA-E  - $4,753,000 
PI: Osman El Atwani, (LANL-PI), Dan Thoma (UW, Co-PI), Adrien Couet (UW, Co-PI) 
Level of Support: D. Thoma, 0.6 mo/yr ($359,049) 
Duration: 09/01/22 to 08/31/25 
 
Title: Additive Manufacturing of an Ultrahigh Temperature Mo-Base Alloy with an 
Environmental Protection System for Turbine Blade Applications 
Sponsor: ARPA-E -  
PI: John Perepezko (UW, PI) Dan Thoma (UW, co-PI) others 
Level of Support: D. Thoma, (1.0 mo/yr) $731,466 
Duration: 09/23-03/26 
 
Title: High-Throughput Sample Design and Fabrication using Metal Additive 
Manufacturing 
Sponsor: Los Alamos National Laboratory - $300,000 
PI: Dan Thoma (UW, PI) 
Level of Support: D. Thoma, (0.5 mo/yr) 
Duration: 1 year (renewable) 04/01/22 to 02/28/26 
 
Title: Center for Extreme Events in Structurally Evolving Materials (CEESEM) 
Sponsor: Army Research Office - $5,000,000 
PI: Curt Bronkhorst (UW, PI), Dan Thoma (UW, Co-PI), many others 
Level of Support: D. Thoma, (0.5 mo/yr) $643,301 
Duration: 01/01/23 to 03/31/26 
(Renewal Funded in process) 
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Title: Rapid Material Development for Lightweight Additive Manufactured (AM) 
Structures and Repairs Topic N20B-T026 
Sponsor: NavAir - $332,541 
PI: Dan Thoma (UW sub-contractor) 
Level of Support: D. Thoma, (0.5 mo/yr) 
Duration: 09/01/22 to 07/31/2026 
(Renewal Pending) 
 
CURRENT PROJECTS 
Title: Contortium for Enabling Techanologies & Innovation (ETI) 2.0 
Sponsor: DOE-NNSA for DE-FOA-001875 - $25,000,000 
PI: Anna Erickson, (GTI, PI) many co-PI’s 
Level of Support to Co-PI – Dan Thoma, 0.5 mo/yr ($700,000) 
Duration: 3/2025 to 3/2030 
 
Title: Fusion Neutrons for Integrated Blanket Technology Development Through Advanced 
Testing and Design 
Sponsor: DOE-FES $18,265,933  
PI: Ben Lindley (UW, PI) Dan Thoma (UW, co-PI) others 
Level of Support – Dan Thoma, 0.75 mo/yr ($842,135) 
Duration: 09/2025 to 08/2029 
 
Title: Investigating Hydrogen Isotope Retention in Additively Manufactured First-wall and 
Structural Materials through Elevated-temperature 14 MeV Neutron iIrradiations 
Spnsor: DOE-FES $2,934,364 
PI: Charles Hirst (UW,PI) Dan Thoma (UW, co-PI) others 
Level of Support – Dan Thoma 0.5 mo/yr for 2026 only,  (program cut) 
Duration: 09/25 to 08/27 (NCE for FY2026) 
 
Title: Complex Hierarchical Structural Materials (CHaSM) 
Sponsor: NSF $25,000,000 
PI: Izabela Szlufarska (UW, PI) Dan Thoma (UW, co-PI) others 
Level of Support – Dan Thoma 0.5 mo/yr,  ($180,000) 
Duration: 09/26 to 08/32 
 
Title: Novel Low-Activation DPT-W Composites and Ductile Refractory Multi-Principal-
Element Alloys 
Sponsor: PNNL DOE $50,000 
PI: Osman el Atwani (PNNL, PI) Dan Thoma (UW, co-PI) others 
Level of Support – Dan Thoma 0.5 mo/yr,  ($50,000) 
Duration: 04/26 to 03/27 
 
Title: SMART-AI for Scale-Up and Material Reliability Translation of advanced Structural 
Alloys for Fusion Applications 
Sponsor: ORNL DOE $100,000 
PI: Yin Yang (ORNL, PI) Dan Thoma (UW, co-PI) others 
Level of Support – Dan Thoma 0.5 mo/yr,  ($100,000) 
Duration: 09/26 to 05/27 


